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ABSTRACT

This report presents the results of a study on the design of an

infrared 10. 6-micrometer quantum-noise-limited optical receiver subsystem

(ORS).

•

•

•

•

Laboratory measurements of the ORS demonstrated that:

Heterodyne receiver sensitivities of less than 10-
19

W/Hz
over the 15 to 40 MHz IF band was achieved for mixer tem
peratures between 85 and 115 K

The acquisition sequence could be successfully completed
for IF signal-to-noise ratios as low as -24 dB

The time delay during acquisition was approximately 14 ms
and the spatial overshoot was 1 photomixer width

Spatial tracking was successfully achieved over 11 photo
mixer widths

The ORS amplitude variation was ±O. 4 dB and the time de
lay variation was ±10 ns over the 26 to 36 MHz IF band

Performance measurements of the HgCdTe photomixer preampli

fier combination were carried out for photomixer temperatures up to 152 K

and a photomixer frequency response of up to 420 MHz was obtained. Results

of temperature and bias cycling of HgCdTe photomixers are reported.

Design considerations for an operational 10.6 micrometer hetero

dyne receiver are presented in this report. These considerations consist of

design data on required laser LO illumination, heat load levels for photomixer

cooler, photomixer uniformity and the effects of photomixer impedance match

on receiver sensiti vity.

Analysis and measurements of 10.6 micrometer heterodyne de

tection in an extrinsic photoconductive (p-type) HgCdTe photomixer are

presented.

ix/x



1. INTRODUCTION

This Final Design Report of Contract NAS-5-11665 presents

design and measurement data on a wide IF bandwidth, infrared 10. 6-micro

meter quantum-noise-iimited optical receiver subsystem (ORS). This sub

system employs a cooled HgCdTe photomixer, a conical scanner for spatial

tracking, an acquisition channel for spatial search and station alignment, an

automatic frequency control channel to maintain a fixed laser frequency off

set, and a communications channel for the heterodyne detection, amplifica

tion and demodulation of a frequency-modulated incident signal beam.

Although direct detection is useful in 10.6 micrometer systems

when simplicity is desired, heterodyne detection is preferred in many applica

tions because it combines high sensitivity with wide electrical,bandwidth, and

preserves the phase and frequency characteristics of the infrared signal.

Coherent (heterodyne) detection is most practical at the long wavelengths due

to reduced quantum noise, easier alignment of signal and local oscillator, and

greater diffraction-limited field of view. Also, the CO2 laser has proven

practical as an efficient single-frequency stabilized source for the trans

mitter and local oscillator (reference 1), and operates in a cooperative

atmospheric window. The potential of 10.6 micrometer heterodyne detection

has been previously established (references 2 through 7). The infrared re

ceiver system (Figure 1) consists principally of an infrared mixer/preampli

fier, associated optical components, and signal processing electronics. Its

functions are described in the following paragraphs.

The communications channel includes all circuits from the IF

preamplifier to the video output buffer amplifier. Due to the relatively

narrow tuning range of the C02 LO laser, an IF center frequency of 30 MHz

1
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was employed. The FM signal is demodulated in an unusually wide (40 -per

cent bandwidth), highly linear limiter/discriminator. When the frequency

separation between the incoming signal and LO frequencies is not exactly

30 MHz, an AFC error voltage is applied to a piezoelectric stack which dis

places one of the reflectors of the LO laser thereby changing its output fre

quency and correcting the error in the frequency offset.

Key technical parameters for laser communication systems are

the reliable acquisition of the transmit signal and accurate station tracking.

During the acquisition sequence, the receiver field of view is

scanned in an X-Y raster pattern. A narrowband acquisition encounter chan

nel extracts the rec·eived signal pulse from noise when the scanning receiver

beam intersects the transmit beam located in the search volume dictated by

the initial uncertainty of transmitter location. The encounter channel con

sists of a narrow IF band-pass filter, AM detector, matched filter, and

threshold detector which triggers an electronic acquisition pulse. An acquisi

tion confirm channel, which operates at the second harmonic of the conical

scan frequency, provides a positive indication of acquisition.

A conical scanner which nutates the received infrared beam to

develop east/west and north/south tracking error signals has been demon

strated. The error signals drive receiverpointing optics to maintain the

ORS on boresight.

This unique 10. 6-micrometer heterodyne receiver has been used

in a simulated laser communications link. Measurements have been carried

out to determine the effectiveness of the communications, tracking, acquisi

tion, and AFC channels of the ORS. During this testing, system parameters

were evaluated under operational conditions. Among these parameters were:

• Probability of encounter

• Probability of confirm

3



4

•

•

•
•

ORS time delays and the uncertainty of the delay in the
generation of the acquisition encc:>Unter and confirm pulses

Selection of threshold voltages for acquisition and con
firm channels

Receiver video group delay

Closed loop spatial tracking



II. FUNCTIONAL PERFORMANCE MEASUREMENTS ON THE
OPTICAL RECEIVER SUBSYSTEM (ORS)

The laboratory measurements aimed at determining system per

formance of the ORS under simulated operating conditions were carried out

to determine' the ability of the 10. 6-micrometer infrared heterodyne receiver

to:

•
•

•

•

•

Acquire weak C02 laser transmitter signals

Discriminate against noise pulses in order to minimize
acquisition time

Spatially track the transmit signal by correcting for
spatial changes in attitude or position during the acquisi
tion (or communication) mode

Maintain a fixed frequency offset between the incoming
signal and LO laser by means of automatic frequency
control (AFC) channel

Provide high quality signal processing in the communica
tions channel by impedance matching, and minimizing
system group delay with a specially designed delay
equalizer

A. OPTICAL RECEIVER SUBSYSTEM

A more detailed block diagram of the electronic portion of the

optical receiver subsystem (fabricated and tested at AIL) is shown in Fig

ure 2. As shown, received laser energy is focused onto a photovoltaic

HgCdTe photomixer which is also illuminated by a CO
2

laser local oscilla

tor (LO). The IF (11 sig - 11 LO) signal produced by the signal and LO mixing

process is amplified, filtered and processed to provide outputs from the

acquisition, video and AFC channels. The video channel contains the wide

band (6 MHZ) communications information. The AFC channel develops

5
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the required error voltage to maintain the desired IF offset (30 MHz) between

the two lasers. The acquisition channel is a novel electro-optical network

which enables signal acquisition and confirmation with a negative IF signal

to-noise ratio (SNR). In addition, tracking of the spatial position of the sig

nal source is accomplished after initial signal acquisition by means of a

conical scan of the heterodyne receiver field of view*.

B. SPATIAL ACQUISITION SEQUENCE

Any uncertainty in the attitude and position of the two remote sta

tions, such as a synchronous satellite to ground link, requires an acquisition

sequence to align the optics in the two transceivers within some specified

acquisition time. The spatial search to achieve acquisition in the ORS uses a

digitized X-Y raster scan pattern of the receiving optics at one station, while

the transmit beam of the other station is broadened sufficiently to ensure

illumination of the receiving station consistent with any spatial uncertainties

(references 8 and 9).

During the acquisition sequence, a predetection filter is used in

the acquisition channel to reduce the IF bandwidth to 4 MHz (the uncertainty

of the laser frequency fixes the upper limit of the filter bandwidth). A matched

filter following an AM detector is used to maximize the acquisition channel

SNR when the receiver I s scanning optics sweeps through the transmit signal

beam.

The acquisition sequence of the optical receiver subsystem (Fig

ure 3) has been demonstrated using a laboratory simulation of the communica

tions link. On receiving an optical encounter pulse with an amplitude which

exceeds a preselected threshold, an electronic acquisition pulse is generated

and used to terminate the raster scan and initiate a lOO-Hz conical scan.

*Some details of ORS performance are available in a published paper included
as Appendix A to this report.
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Due to the time delay between the intercept of the incoming optical signal and

the generation of the electronic acquisition pulse there is an overshoot of

approximately one detector spot size before the raster search scan is ter

minated.. The overshoot of the raster scan depends on the scan speed, re

ceiver time constants, signal amplitude, and the comparator threshold setting.

Since the overshoot is a function of non-varying system constants, it can be

corrected by' readdressing the receiver field of view by a preprogrammed

command after initial acquisition. During the readdress sequence, a 200-Hz

dither modulation is superimposed on one axis of the conical scan. The con

firm channel detects the presence of this one axis dither and generates an

acquisition confirm signal which is particularly insensitive to random noise

spikes. When acquisition is confirmed, the 200-Hz dither is automatically

terminated and the 100-Hz conical scan is maintained to provide spatial track

ing. After both stations have completed their acquisition sequences, the trans

mit beams are narrowed and communication is established.

1. ELECTRONIC MEASUREMENTS

Measurements of the probability of obtaining an acquisition pulse

were carried out by introducing 20 RF pulses (pulse width = 60 ms) into the

IF channel over a 10-second time interval. A simplified block diagram of the

instrumentation used for these acquisition measurements is shown in Figure 4.

A photograph of the laboratory setup, which includes a signal and local oscil

lator C02 laser, is shown in Figure 5.

In order to establish and vary the IF SNR I S for these measure

ments' white noise was added to the IF preamplifier to simulate the noise gen

erated in the photomixer. The amount of additional noise was determined as

follows:

9



The heterodyne receiver NEP is 10-19 watts/Hz. The noise

contributed by the HgCdTe photomixer = Nn = (NEP) x B
N
*

-10
Nn =0.8 (10) mW = -101 dBm.

The noise contributed by the preamplifier (FIF = 2 dB) is

NAMP = -114 + 10 log (B in MHz) + Noise Figure (preamplifier)

-10= -114 + 9 + 2 = -103 dBm = O. 5 (10) mW

Since the HgCdTe photomixer was not used for the RF measurements, the

infrared mixer shot noise was simulated by a separate noise source (Fig

ure 6), the increase in the IF noise power due to the shot noise contribution

from the HgCdTe detector is:

N +N
!::,. L = n AP = O. 80+ ~. 5 = 2. 6 = 4 dB

NAP .

Unity SNR was established by:

• Deenergizing the pulse simulator and increasing the
additive noise until the IF noise level was increased by
4 dB, simulating the shot noise of the HgCdTe photo
mixer

• The pulse simulator was turned on and adjusted until
the IF noise level was doubled.

The IF SNR was varied by adjusting the attenuator at the output of the RF

pulse simulator.

(1 )

* BN is the system noise bandwidth for an acquisition filter of 4 MHz at the

O. 5 dB points and a 12 dB/octave roll-off, 8 MHz is the noise bandwidth.
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The probability of generating an encounter pulse was measured

as a function of encounter threshold voltage (Vt ) for IF SNR's between -21 and

-26 dB. The results of these measurements are given in Figure 7. It can be

seen that Vt must be lowered as the IF SNR is reduced in order to maintain a

high probability of encounter. For Vt = 1. 5 V and an IF SNR = -23 dB and

larger, the probability of encounter is 1. For an IF SNR = -24 dB, the prob

ability of encounter is 0.85, and for an IF SNR = -25 dB, the probability of

encounter drops to 0.40. For a threshold setting of O. 5 V and below, noise

generates erroneous encounter pulses by false triggering of the threshold de

tector. As can be seen from Figure 7, a threshold voltage near 1 volt is

desirable.

The generation of the electronic encounter pulse in the ORS is

delayed by an amount Tn from actual optical acquisition (Figure 3). The de

lay represents the propagation time of the signal through the IF and acquisition

channels. Measurements of the time required for the output of the matched

filter to rise to the threshold value from its base line were carried out at IF.

The time delay consists of two parts: the delay at IF and the delay in the

acquisition channel. The major portion of the delay is due to the bandwidth

of the matched filter in the Cl_cquisition channel. In addition, the delay changes

with the signal strength during the acquisition sequence, the threshold setting,

and the noise level riding on the acquisition signal. However, the change in

time delay due to these considerations is small compared to the delay caused

by the matched filter. The filter in the acquisition channel is matched to the

incoming signal pulse duration and shape, and the maximum response is ob

tained by taking the convolution integral of the two time domain system vari

ables:

14

V(t) ~ Jf (1) h (t - 1) d1 (2)



where

f(t) = time domain representation of the input signal

h(t) = matched filter response

For the case h(t) = f(t), maximum response is obtained at t = T wheremax
T is the duration of f(t).max

Measurements of the time delay through the ORS were carried

out as a function of IF SNR with acquisition threshold setting as a parameter.

The results are given in Figure 8. For the expected IF SNR's of -20 dB

(during acquisition) and a threshold voltage of 1 V, the ORS time delay is

approximately 14 ms.

Measurements of the probability of obtaining an acquisition con

firm pulse were carried out as a function of IF SNR and threshold voltage.

The acquisition confirm circuit consists of a very narrow band-pass filter

centered at 200 Hz followed by an AM detector/integrator. The presence of

200 Hz AM modulation on the incoming signal (due to the dither on one axis

of the conical scanner) is detected, integrated and compared to a threshold

setting. When the integrated signal level crosses the confirm threshold

reference, a pulse is triggered which confirms that the ORS has acquired the

transmitter (Figure 9). The probability of confirm versus the threshold

voltage setting for IF SNR's as low as -29 dB is given in Figure 9 for dither

modulation of 70 and 15 percent. For a 1 V threshold setting, a positive

confirm will be obtained for IF SNR' s = -27 dB or greater at a 70 percent

dither modulation. This is a favorable result.

2. ELECTRO-OPTIC MEASUREMENTS

Laboratory measurements of the acquisition capability of the ORS

operating under simulated operating conditions have been carried out. Digital

drive circuitry which:

15



• Develops the raster search scan with digitized control

• Provides logic commands to (a) initiate the search scan,
(b) stop search and start nutation, (c) digitally readdress
the signal beam, and (d) initiate and terminate the con
firm sequence

• Shapes the scan drive voltages to eliminate ringing and
minimize mechanical overshoot

has been developed for the ORS (Figure 10). The pulse generator provides

pulses at a desired rate while a decision gate enables a 14 bit counter which

drives two DIA converters. The output of the converters is shaped so that

the rise and fall times match the frequency response of the optical scanner.

The amplitude shaping circuits are designed to:

• Eliminate ringing during search scan andlor flyback

• Minimize time delay when the stop scan command
(acquisition) is encountered

The fieltl of view of the photomixer was swept through the laser

transmit beam at the acquisition search rate, so that the bandwidth of the

acquisition matched filter maximizes the output SNR. Start/stop and re

address of the receiver field of view can be automatically accomplished by

simple logic commands generated in the ORS. A schematic of the essential

instrumentation used for the optical acquisition measurements is shown in

Figure 11.

Under constant laser LO illumination, the photo-inducted shot

noise is higher than the total thermal noise of the receiving electronics so

that the receiver is nearly quantum noise limited (NEP ~ 10-19 W1Hz). The

signal beam is focused by the lens to a spot-size comparable to the sensitive

area of the photomixer. As the signal spot is swept across the mixer, the IF

output produces a 30 MHz Gaussian shaped pulse of duration T (a function
max

of mixer size, optical spot size and sweep speed).

16
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An oscilloscope display of the observed acquisition sequence of

the heterodyne receiver is shown in Figure 12. Trace A shows the digitally

derived ramp waveform (obtained at point A in Figure 11) which drives the

E/W search scan. Trace B is the IF 3D-MHz scanned signal observed at the

detected output of a precision test receiver as the optical signal spot is

scanned through the photomixer field of view. The duration of this swept sig

nal is fixed to be equal to T . Trace C shows the output of the matched fil-max
ter which is maximum at T ,and trace D shows the acquisition encountermax
pulse when the matched filter output crosses the dc threshold setting of the

threshold detector. For this experiment, the peak IF SNR is approximately

-16 dB. As can be seen from Figure 12, there is approximately a 50-ms de

lay between the boresighted condition and the initiation of the acquisition en

counter pulse. The 50-ms delay can be predicted based on the bandwidth of the

matched filter and the threshold setting. For a threshold setting of 1 V (as

used for the measurements in Figure 12) the filter output need only rise to

1/2 of its peak value.

The same acquisition sequence is shown in Figure 13. However,

the acquisition encounter pulse is fed back to the digitized raster scan drive

circuitry. When the acquisition pulse is received, the logic of the drive cir

cuitry shuts down the search ramp and maintains the dc level at which the

encounter pulse occurs. Since there is a delay between the actual optical

acquisition and the electronic pulse out of the matched filter (due to the con

volution integral), the raster scan control shutdown occurs sometime after

actual optical acquisition and an overshoot of approximately one photomixer

size for low SNR's is obtained. Therefore, the IF signal is not peaked after

acquisition.

Since the overshoot is a direct function of T ,the shape of the
max

matched filter, and the threshold setting, an additional command to readdress

the receiver field of view has been installed in the DRS which corrects for the

22







slight overshoot. The resultant acquisition measurements including a re

address correction sequence is shown in Figure 14. For these measure

ments the search scan is begun at a position just beyond the point of acquisi

tion encounter so that the scan must retrace before acquiring. During the

retrace cycle, the receiver field of view intercepts the transmit laser beam

and provides an output in the 3D-MHz IF signal channel. However, the

matched filter in the acquisition encounter channel is not matched for the

retrace scan speed (retrace is much faster than scan). Therefore, no ac

quisition encounter pulse is generated. Acquisition is accomplished during

the search scan and the readdressing of the scanner after acquisition pro

duces peak IF output with some low frequency (and damped) ringing. The IF

level is returned to its peak value within 200 ms of the optical acquisition.

This experimental data demonstrates that:

• Acquisition of an optical signal buried in noise at IF
is possible with a raster-scan and matched filter com
bination

• There is a correctable overshoot of one to two photo
mixer widths. (Once the overshoot is even slightly cor
rected, the tracking error voltages of the conical scanner
will correct further until boresighting is accomplished)

• The main overshoot error is constant and equal to the
distance scanned in the delay time of the system. Un
certainties in actual signal-to-noise ratio during ac
quisition will given an additional delay (2 to 5 ms) which
is small enough to be handled by the tracking error volt
age

C. CONICAL-SCAN TRACKING

1. OPEN-LOOP DIRECT DETECTION TRACKING MEASUREMENTS

Direct detection measurements were carried out to obtain the

conical-scan open-loop tracking error voltages (reference 10) as a function

of incident signal misalignment using the experimental setup shown in Fig

ure 15. A 100-Hz circular nutation was employed for the measurements.
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However, an elliptical cross-section nutation can be used for non-square

(or non-uniform) photomixers. A simple lens is used to focus the output sig

nal from the nutator onto the photomixer. When the axis of nutation inter

sects the center of the detector, no error voltage is generated. The signal

spot without nutation, with 100-Hz circular nutation and a 200-Hz dither on

one axis, and with an elliptical 100-Hz nutation is shown in Figure 16.

Figure 17 shows the error voltage outputs of the E/W and N/S

synchronous detectors of the ORS for the cases of the receiver on boresight

and offset from boresight sufficiently to yield 1 dB decrease in IF SNR in

each of the four reference directions. The nutation angle is chosen so that

the boresighted signal is down 2 dB from its peak (unnutated) value (corre

sponding to 40 percent nutation). As the nutation axis is steered off bore

sight, an error voltage sensitive to the direction (east, west, north or

south) and degree of misalignment is obtained. The error signal is syn

chronously detected so that magnitude and phase of the error correspond to

the direction and amount of the offset of the receiver field of view. The

waveforms shown in Figure 17 are integrated to produce the dc level used to

drive the pointing optics (Figure 1).

A I-dB change in the east direction causes an ac error voltage

in both the N/S and E/W channels. The average value of the voltage in the

N/S channel is zero so that no dc error voltage is obtained from the N/S

integrator. The average value of the voltage in the E/W channel is positive.

Therefore, a positive dc voltage is obtained from the E/W integrator and is

used to drive the pointing optics thereby compensating the error.

The dc error voltage as a function of offset of the signal spot

(measured in detector widths) is shown in Figure 18. Tracking error volt

ages are generated over at least 4 detector widths in the direct detection

mode. Measurements using the heterodyne detection mode resulted in im

proved spatial tracking. Figure 18 shows that the E/W channel was slightly
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more sensitive than the N/S, due in part to the slightly rectangular photo

mixer used in the experim,ents (220 x 240 micrometers).

2. CLOSED-LOOP HETERODYNE TRACKING MEASUREMENTS

An Image Motion Compensator (IMC), which consists of two

orthogonal piezoelectrically driven mirrors, was inserted between the

nutator and the LO combining optics. The tracking loop between the IMC

and the tracking circuitry was closed. The measured data demonstrated

that acquisition tracking, and operational tracking can be realized over a

spatial coverage of approximately 11 photomixers.

When the optical signal beam is steered out of the field of view

of the mixer element in the E/W direction, an error voltage is developed in

the E/W phase detector and the resultant dc error voltage is used to re

position the IMC.

The X-Y recorder output obtained from the closed loop hetero

dyne tracking measurements with an IF SNR = -1 dB and 1 dB nutation is shown

in Figure 19. The X axis is proportional to the optical signal offset expressed

in photomixer widths and the Y axis is the amplitude of the 30 MHz IF signal.

Without spatial tracking (open-loop condition) the dependence of the signal

level on optical boresighting is evident because the signal is a sharp function

of position. The closed-loop tracking curve shows that as the optical signal

spot approaches the photomixer, the ORS begins to track the incoming signal

beam, and the IF signal increases in level sharply. (The tracking error

voltages cause a "latch-on" condition where the transmit signal and the re

ceive field of view are nearly aligned.) The ORS continues to track the optical

signal as it moves away from the boresight. Once the ORS has begun to track,

it continues to track beyond (to the left of) the point at which it initially

latched.
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An X-Y recorder was used to produce a composite plot showing

both the IF signal and the 100-Hz signal produced by the nutation for open

and closed-loop operation. Measurement results are shown in Figure 20.

The curves, which are plotted with the optical beam moving from left to

right, demonstrate acquisition tracking. Curve A of Figure 20 is a plot of

open-loop IF signal with no nutation. Curve B shows a plot of an open-loop

IF signal with nutation (approximately 1 dB below the peak of curve A).

Curve C of Figure 20 is a plot of open-loop 100 Hz conical scan tracking

voltage. Curve D shows a plot of closed-loop 100-Hz conical scan tracking

voltage. In curve D the 100-Hz conical scan tracking voltage is reduced as

the laser transmitter and ORS are boresighted. Curve E shows the closed

loop IF signal. Tracking is achieved over approximately 12 photomixer

widths while maintaining a constant IF output.

The measured postdetection video output voltage as a function of

boresight offset for 3D-MHz IF SNR = -10 dB is shown in Figure 21. Tracking

measurements are given for six nutation levels ranging between 0.7 and

19.6 dB. As expected, the output voltage level decreases with increasing

nutation level. The ratio of the peak video output voltage for curves A (0. 7-dB

nutation) and D (3. 6-dB nutation) in Figure 21 is about 0.65 compared to a

calculated value of about 0.71 (for square law IF detection). The spatial

tracking range is shown to increase with increasing nutation offset level

until a drop in video output is observed at boresight for nutation offset levels

above 8 dB. The drop in video output for large nutation offsets (,...... 8 dB) is

due to the small amount of incident energy which is intercepted by the photo

mixer at boresight because a donut-shaped optical field pattern is generated.

In normal operation, the nutation offset would be set between 1 and 3 dB.

The measured video output voltage as a function of boresight

offset for a 3D-MHz IF SNR = -20 dB is shown in Figure 22. The video
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output for the open-loop case with no nutation is shown in curve A and

curve B of Figure 22 shows the video output for a closed-loop nutation of

about O. 5 dB. As can be seen, the s~atial coverage of curve B is greater

than that of curve A.

D. VIDEO GROUP DELAY MEASUREMENTS

The group time delay response of the receiver is strongly af

fected by impedance mismatches that exist between the various components

that comprise the IF channel (Figure 2). Since the percentage bandwidth is

large (12 MHz/30 MHz or 40 percent), it is necessary to design matching

networks that will function satisfactorily over the entire band. Substantial

effort was directed toward optimizing the impedance match between the

limiter and channel filter, as well as between the channel filter and the dis

criminator. A delay equalizer was developed which compensates for slowly

varying changes in delay with frequency.

The test setup used to measure time delay and amplitude re

sponse of the IF channel is shown in Figure 23. The Phase Comparator com

pares the phase difference between the 200 -kHz modulation voltage leaving

point A and the demodulated voltage arriving at point B. Time delay can be

computed from this phase information. The signal is passed through the IF

channel of the receiver and detected in the FM discriminator. The modula

tion is then amplified by the video amplifiers.

A 200 -kHz filter is utilized to suppress harmonics which would

otherwise disturb the measurement. The VCO is swept across the IF band

by the sawtooth output of the oscilloscope. Figure 24 shows the time delay

and amplitude response of the ORS. A time delay variation of ±10 ns was

measured over the 24 to 36 MHz frequency band. The amplitude variation

was approximately to. 4 dB over the band.

38



V
ID

EO
SW

EE
P

VC
O

OR
S

OU
TP

UT
•

V
ID

EO
...

.-
24

TO
36

M
Hz

AT
TE

NU
AT

OR
A

M
PL

IF
IE

R
I
-
-

20
0

kH
z

M
OD

UL
AT

IO
N

FI
LT

ER

PH
AS

E
CO

M
PA

RA
TO

R
MO

D

0
AT

TE
NU

AT
OR

0
IN (

<j>
C

®
I

SC
O

PE
TI

M
E

DE
LA

Y
,...

AM
PL

IT
UD

E
,...

-...

SA
W


TO

OT
H

OU
T

tA
:l

CO

2-
29

33
R

l

F
IG

U
R

E
23

.
B

L
O

C
K

D
IA

G
R

A
M

O
F

T
E

S
T

S
E

T
U

P
F

O
R

V
ID

E
O

G
R

O
U

P
D

E
L

A
Y

M
E

A
S

U
R

E
M

E
N

T
S

-=



~ o

TI
M

E
DE

LA
Y

[S
CA

LE
10

ns
/D

IV
.]

AM
PL

nU
D

E

36
35

34
33

•

1
dB

30
31

32
FR

EQ
UE

NC
Y

(M
H

z)
29

2
8

2
7

25
26

2-
29

34
R

1 F
IG

U
R

E
24

.
M

E
A

S
U

R
E

D
T

IM
E

D
E

L
A

Y
A

N
D

A
M

P
L

IT
U

D
E

R
E

S
P

O
N

S
E

O
F

O
R

S



E. CONCLUSIONS

Laboratory measurements, made under simulated operating con

ditions to test the ability of a CO2 laser communications link to acquire weak

signals and establish tracking lock, have been reported. The sensitivity of

the heterodyne receiver was approximately 10-19 W/Hz. Link analysis

established that acquisition could be achieved for signal-to-noise ratios of

-19 to -21 dB (referred to the IF bandwidth). The laboratory measurements

show that the ORS is capable of performing the acquisition, confirm, and

tracking functions at these low SNR's. The time delay during acquisition

was approximately 14 ms and the spatial overshoot was 1 photomixer width.

After acquiring the weak transmit signal, the transmit beam is spatially nar

rowed thereby increasing the IF SNR to +20 dB (or better) which is suitable

for wideband communications. Spatial tracking was maintained over 11 photo

mixer widths during the communication mode by the same tracking circuitry

as that used in the weak signal acquisition mode. AFC tracking was achieved

over a ±6 MHz band and the amplitude and time delay variations in the com

munications channel were ±O. 4 dB and ±10 ns, respectively.
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III. PERFORMANCE MEASUREMENTS ON PV HgCdTe PHOTO
MIXER/PREAMPLIFIER COMBINATION

Performance measurements on a selected PV HgCdTe infrared

mixer have been completed. The photomixer was mounted in a specially

developed detector housing (Figure 25) which was RFI shielded, hermetically

sealed, suitable for mounting in a passive radiation cooler and designed for

operation in a satellite-type environment (references 8 and 11). (Additional

data on the detector housing is given in Appendix B.)

The photomixer exhibited the following characteristics at

Tm = 77 K and zero bias (VB = 0):

Sensitive area

Peak wavelength

Series resistance, Rs
Shunt conductance, G

D

A. MIXER QUANTUM EFFICIENCY

2.7 x 10-4 cm2

<'" 12.7 micrometers

~ 15 ohms

""' 200 ohms

Photomixer 10. 6-micrometer quantum efficiency (QE) measure

ments were carried out over the temperature range of 77 to 152K for applied

bias voltages between 0 and -400 mY. Results are shown in Figure 26. The

zero bias, 10.6-micrometer quantum efficiency was 11.2 percent at 77 K,

increased to 13 percent near 105 K, and then decreased to 3.2 percent near

140 K. [The spectral peak of the photomixer occurred near 12.7 micrometers

at 77 K.] The increase in measured QE may be attributable to a shifting of

the spectral peak toward 10. 6 micrometers with increasing mixer temperature.

The reverse biased, 10.6 micrometer QE at 77 K was 10.8, 6.8,

and 5 percent for VB = -100, -200, and -300 volts, respectively. The reverse
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biased QE also increased with increasing mixer temperature up to

T m ~ 105 K. Above 110 K the QE continued to increase for VB = -100 mV,

while for VB =200 and -400 mV the QE appeared to level off until T
m

~ 120 K

and then increased with increasing mixer temperature. The apparent effect

of reverse bias is to broaden the spectral response curve in a fashion which

will decrease the dependence of quantum efficiency on mixer temperature

and shift the peak spectral response to higher wavelengths.

Above T =120 degrees, it is suspected that thermal effects
m

caused by absorbed LO power, change the photodiode characteristics and

obscures the quantum efficiency measurement. These thermal effects, how

ever, are long time-constant perturbations. Additional measurements have

been carried out to verify their presence.

The CO2 laser beam was chopped with a high-speed, short duty

cycle chopper. Dynamic measurements of the relative QE which insured

that no unwanted (long time-constant) thermal effects would upset the QE

measurement have been completed. During these measurements, incoming

laser beam power was held constant and the peak output voltage was observed

on an oscilloscope as the detector temperature was raised from 77 to 150 K.

Measurement results are shown in Figure 27. The zero bias 10.6 micro

meter dynamic QE peaked near 90 K and then decreased with increasing tem

perature. For VB = -100 and -200 mV the dynamically and statically measured

QE followed a similar pattern for T between 77 and 150 K with the exception
m

that the dynamically measured QE decreases with increasing temperature

above 130 K. The static and dynamic 10. 6-micrometer QE measurements

at VB = -400 mV exhibited a similar variation of QE with mixer temperature

up to T ~ 120 K. Above this temperature the suspected thermal effects
m

were varified since the dynamically measured QE degraded sharply at

VB = -400 mV while the static measurement QE was seen to increase.
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Based on the 10. 6-micrometer QE measurements, it appears

that this photomixer may be useful for mixer temperatures up to 130 K and

mixer bias voltages between -100 and -200 mV, without exhibiting any degra

dation due to thermal effects.

B. CURRENT/VOLTAGE CHARACTERISTICS

The current/voltage (I/V) characteristics of a PV HgCdTe photo

mixer have been measured with and without incident laser LO illumination

at mixer temperatures between 77 and 152 K. Results of these measurements

are shown in Figure 28. At bias levels beyond the "knee" in the I/v curves,

the slope resistance was unchanged with the application of LO power. In

general, the photomixer operating point is selected to be beyond the ''knee''

in the I/V characteristic.

The slope resistance of the photomixer was measured as a function

of temperature for reverse bias levels of -100, -200, and -400 mV (Figure 29).

Photomixer slope resistance is an important parameter used in determining

the input impedance requirements of the IF preamplifier. For photomixer

operation over a wide temperature range, it is desirable to have a preampli

fier which will operate over a large range of input impedance levels without

serious degradation in amplifier noise factor or gain. Increasing the mixer

temperature generally increases the reverse slope resistance, and for the

photomixer under test, this effect was more pronounced at VB = -100 mV

bias than for VB = -200 mY. Therefore, operation at the higher bias is more

desirable for this photomixer even though the maximum quantum efficiency

is obtained for the -100 mV case (Section III-A). The selection of optimum

photomixer bias level depends on factors such as QE, mixer slope resistance,

and the photomixer 3-dB cutoff frequency. Other conditions such as the varia

tion of the induced shot-noise with photomixer temperature and bias may also

have to be taken into account to a lesser degree.
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The measured I/V characteristic of the selected mixer exhibited

a retrace offset for T =152 K (Figure 28) which is attributed to thermally
m

generated effects in the photomixer. These thermal effects are also observed

when statically measuring the quantum efficiency. The applied bias on the

detector alters the I/V curve at these higher temperatures causing an insta

bility which should be avoided in system use. Therefore, the maximum oper

ating mixer temperature for the measured photomixer is estimated to be ap

proximately 130 K.

Photomixer operation at these higher temperatures (T > 130 K)
m

may cause nonreversible changes in the photomixer and a reduction in overall

receiver sensitivity. In addition it should be noted that:

• The particular photomixer under test was developed for
77 K operation; no special provision was made for oper
ation at higher temperatures

• Other selected photomixers may exhibit degraded oper
ations at mixer temperatures below 130 K.

C. PHOTOMIXER FREQUENCY RESPONSE

Under this program, the 3-dB cutoff frequency of a photovoltaic

photomixer has been shown (reference 12 and Appendix A) to be

where

R G «1S n (3)

Gn =small-signal shunt conductance (slope of I/V curve in
reverse direction) of the photomixer

R
S

=series resistance of the photomixer

Cn = junction capacitance of the photomixer
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The frequency response of the photovoltaic HgCdTe photomixer

was measured as a function of bias voltage and mixer temperature using the

previously developed shot noise measurement technique (references 2 and 3).

The variation of the 3 dB cutoff frequency with dc bias at T = 77, 100 and
m

125 K is shown in Figure 30. The cutoff frequency varied from 85 MHz at

VB = -100 mV to 420 MHz at an applied bias voltage of -600 mY.

The measurements were in general agreement with previously

reported measurements (reference 13) in that:

• The cutoff frequency varied with bias voltage as (Vb)n

where n= constant

• The cutoff frequency variation with reverse bias voltage
is independent of temperature over the range from 77 K
to 125 K

• The frequency response appears to be limited by the RC
time constant of the junction

The shot noise power versus IF frequency for the photomixer

preamplifier combination is plotted in Figure 31 for T = 125 K,m
VB = -600 mV, 1

0
= 1.7 mA and an IF amplifier with a 4 dB noise figure.

The measured 3 dB cutoff frequency was 420 MHz.

D. NOISE EQUIVALENT POWER

The noise equivalent power (NEP) for a reverse-biased PV hetero

dyne receiver (reference 12 and Appendix I) is the value of signal power which

gives an IF signal-to-noise ratio of unity and is given by:
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This is reducible to

where

h = Planck's constant

v = infrared frequency

B = IF bandwidth

11 =photomixer quantum efficiency

k = Boltzmann's constant

T = physical temperature of the photomixer
m

TiF =effective input noise temperature of the IF preamplifier

G =available conversion gain of the photomixer

w = IF radian frequency

q = electronic charge

I =DC photocurrent induced by the laser LO
o

(5)

Equation 5 is the same expression as the one derived for the photoconductive

mixing case (reference 2) with the exception of the elimination of a factor of

two in the first term. The first term in equation 5 represents the quantum

noise contribution and can be expressed as PMIN == hv B/11, where

PMIN = minimum achievable NE P.

E. RECEIVER SENSITIVITY

Mixer sensitivity measurements as a function of LO power and

temperature have been completed on the photovoltaic HgCdTe photomixer

mounted in a specially designed housing. The entrance window of the mixer
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housing was an antireflection coated germanium (95 percent minimum

transmission at 10.6 micrometers). (The reported NEP measurements have

not been corrected for the window transmission loss.) The mixer sensitivity

measurements were carried out with uniform-field, plane-wave optical spots

for both LO and signal beams in order to ensure uniform optical energy dis

tribution over the sensitive area of the mixer.

Figure 32 shows a plot of receiver sensitivity measured at an

IF of 30 MHz as a function of mixer temperature. The measured NEP was
-19below 10 watt/Hz for mixer temperatures between 82 and 104 K, and

-19 /below 2 x 10 watt Hz for mixer temperatures between 77 and 140 K.

Above 110 K, the measured NEP was slightly degraded by what is believed

to be excess thermal noise in the mixer (Section III A and B). A thermally

induced current has been observed in the photodiode above T > 120 K
m

which appears similar in behavior to photocurrent but exhibits a long time

constant. The thermally induced current produces greater noise than ex

pected at these higher temperatures, thereby, reducing the overall receiver

signal-to-noise ratio.

The NEP measurements were made with -400 mV of reverse bias

on the mixer. This results in a mixer cutoff frequency in excess of 300 MHz.

Since the NEP measurements were carried out at an IF of 30 MHz, which is

much less than the mixer cutoff frequency, the dynamic impedance of the

mixer should be close to the reverse slope resistance (Gn -1). The measured

Gn -1 at -400 mV bias as a function of temperature is shown in Figure 29.

At 77 K, the resistance is 85 ohms and varies linearly to 174 ohms at 1400 K.

Since minimum noise figure of the preamplifiers used for these measurements

is obtained near 100 ohms source impedance, the effect of impedance match

between the photomixer and preamplifier as a function of temperature is an

important design parameter. A set of matched amplifiers with variable input

impedance were constructed to investigate the effects of impedance mismatch

between the photomixer and the preamplifier (Section V-D). Since photo

induced shot noise must overcome the thermal noise of the photomixer and
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IF preamplifier, it is important to select a preamplifier which allows

maximum transfer of shot noise so that the ratio of shot to thermal noise

is maximized.

The measured receiver NEP as a function of incident LO power

at an IF of 30 MHz is shown in Figure 33. In order to achieve quantum noise

limited operation it is necessary to operate with approximately 1.5 mW of

local oscillator power intercepted by the mixer. Photo-induced shot-noise

exceeds the thermal noise for these values of LO power ensuring quantum

noise limited operation and optimum receiver sensitivity.
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IV. TEMPERATURE AND DC BIAS CYCLING 0 F
PV HgCdTe PHOTOMIXERS

Two randomly selected HgCdTe photomixers which had been

fabricated and specified (by the manufacturer1) for 77 K temperature opera

tion were extensively tested over a 9 month period in an attempt to establish

some environmental and operational limits on these devices. Photomixer 1

was operated between 77 and 152 K with applied laser LO and dc bias which

exceeded the manufacturer's specified values. Photomixer 2 was temperature

cycled between 77 and 86 K and operated within the manufacturer's specified

laser LO and dc bias limits. In addition, it was also operated up to 150 K with

dc bias applied.

A. PHOTOMIXER 1

Photomixer 1 was temperature cycled and biased stressed beyond

normal operational limits in an attempt to establish some upper limits of

photomixer performance and to determine if a catastrophic failure would

occur.

Heterodyne operation was achieved at photomixer temperatures

up to 152 K. After:

• Over 200 cycles of mixer temperature between 77 and
152 K.

• The application of up to 10 mW of laser LO power
(manufacturer's maximum recommended value at 77 K
was 3.5 mW).

• The application of the maximum rated dc bias voltage
and current (established for 77 K operation) at photo
mixer temperatures as high as 152 K.

Some changes in the photomixer quantum efficiency were observed.

1 The photomixers were manufactured by Societe Anonyme de Telecommunica
tions, Paris, France.

60



Although there were some changes in photomixer quantum efficiency

characteristics, no catastrophic failures occurred and stable heterodyne

operation could be achieved over the 77 to 152 K temperature range through

out the entire 9 month test period.

The photomixer exhibited extremely stable characteristics between

77 and 110 K over the entire test period. When the photomixer was operated

above 120 K, excess thermal noise effects which degraded the heterodyne

receiver sensitivity were observed. Slight changes in photomixer character

istics occurred when the mixer temperature was increased above 120 K under

heterodyne operational conditions. However, even though the photomixer

characteristics were altered somewhat due to operation above all reasonable

limits, stable operation was achievable.

Table 1 summarizes the measured QE at VB =0, -200 and

-400 mV for TM = 77, 100, 120, and 140 K at the start, midpoint and end

of the 9 month test period. As can be seen, the QE of photomixer 1 varied

throughout the test cycle. On the average, the QE exhibited a peak near the

midpoint of the cycle. In addition, it should be noted that the QE measure

ments at photomixer temperatures above 130 K were obscured by excessive

thermally induced dc current.

A change in the photodiode spectral response can be post-

ulated as a reason for the measured change in the QE of the Widely tem-

perature cycled photomixer. For example, a change in the mercury con

centration of the upper (p-type) absorption layer due to the application of

large laser LO and dc bias power levels at elevated temperature might

be sufficient to cause such a shift. Based on the measured data, it

appears that the spectral peak shifted from its initial value of 12" 7 micro

meters towards 10.6 micrometers, during the 9-month test period. It should

be noted that the 12.7 micrometer spectral peak, measured at 77 K, also

shifts toward 10.6 micrometers with increasing photomixer temperature. The

61



TABLE I. VARIATIONS OF HgCdTe PHOTOMIXER QUANTUM
EFFICIENCY OVER A 9-MONTH TEST PERIOD

Quantum Efficiency

VB Temp Initial Intermediate Final
(mV) (K) (%) (%) (%)

77* 11 9

100 13 9
0 120 8 6

140** 3 5

77 7 12 6

200
100 13 15 7

120 13 20 8

140** 16 39 15

77 5 10 3

400
100 12 13.5 6

120 12 20 7

140** 25 13

* Photomixer 1 was developed for 77 K temperature operation.
** Excess thermal noise was induced at photomixer temperatures of

130oK, and above.

spectral response of the photomixer at 77 K was measured at AIL at the con

clusion of the test period and compared to the manufacturer's measurement

data (Figures 34 and 35). The spectral peak apparently changed 1. 2 micro

meters during the test period. Thus, the hypothesis of a chemical change

appears to be confirmed. However, the accuracy of the spectral response

measurements and the fact that they were made at different laboratories in

troduces uncertainties in the conclusion. The difference in the measured

spectral shapes (Figures 34 and 35) also adds additional uncertainties.
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It should also be noted that:

• The accuracy of the QE measurement setup is estimated
to be ±5 percent

• A thermistor type balometer which is calibrated to an
NBS traceable standard was used to measure the incident
CO2 laser radiation

The transmittance of the window* on the cryogenic dewar
was checked regularly

The current/voltage (I/V) characteristics of photomixer 1 were

also monitored over the 9-month test period. The I/V characteristics mea

sured at the beginning and end of the 9-month test period are shown in Fig

ure 36. Although the zero bias points are offset by about 0.4 rnA, it can be

seen that almost no change in the I/V characteristic occurred due to the ex

tensive temperature and bias cycling.

B. PHOTOMIXER 2

Photomixer 2 was operated in the heterodyne mode at a maximum

temperature of 86 K under conditions where the applied laser LO and dc bias

levels did not exceed the manufacturer's maximum recommended value.

Over the 9-month test period, no change in the detector characteristics of

photomixer 2 were observed.

In addition, photomixer 2 underwent 10 temperature cycles between

77 and 150 K with dc bias applied, but without any incident laser LO power.

The photomixer exhibited no change in detector characteristics during these

cycles.

A 77 K life test was carried out on a PV HgCdTe photomixer

with an applied bias voltage of -200 mV and a laser induced photocurrent of

0.5 rnA. After 30 cycles between 77 K (with bias and laser LO applied) and

* During one experimental run the NaCI window in the cryogenic dewar was
sprayed with water and allowed to dry. Visible clouding was observed due
to moisture absorption but no change in 10. 6-micrometer transmittance
was observed.
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290 K (without bias or laser LO applied), the CO2 laser failed, ending the

life test. The total life test period covered 130 hours of photomixer opera

tion in the heterodyne mode. The photomixer quantum efficiency, current/

voltage characteristic, applied bias voltage, and LO-induced photocurrent

were monitored throughout the life test program. No changes in photomixer

characteristics were observed.

C. CONC LUSIONS

Based on the testing of two photomixer s, stable heterodyne oper

ation is achievable at mixer temperatures of 120 K, and above. However,

some temporary and permanent changes in photomixer characteristics were

observed. The temporary changes occurred when the photomixer was oper

ated under test conditions which exceeded the manufacturer's recommended

operation limits; that is, operating temperature, dc bias, and applied laser

LO power. It is suspected that the permanent changes (the measured change

in quantum efficiency and the apparent shift in the spectral peak) may be a

result of operating the photomixer in an overstressed test condition. Excess

thermal noise effects which degrade heterodyne sensitivity were also observed

at photomixer temperatures above 130 K.

Photomixers, which have not been cycled above 100 K and have

been operated within the specified ill and dc bias limits, have not exhibited

changes in detector characteristics. These results should be considered

preliminary since more extensive measurements are needed to pinpoint the

causes for the changes in photomixer characteristics.

* Neither AIL nor NASA can guarantee the performance of photomixers when
they are operated above those operating conditions set by the manufacturer.
The conclusions reached in this report are based strictly on the laboratory
testing of randomly selected detectors which were fabricated and specified
for 77 K temperature operation.
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V. DESIGN CONSIDERATIONS FOR AN 0 PERATIONA L
10. 6-MICROMETER HETERODYNE RECEIVER

Infrared 10. 6-micrometer heterodyne receivers have been

developed for communications, radar and radiometric applications. This

section considers the heterodyne receiver design considerations of:

•
•
•
•

Laser LO illumination

Heat load requirements for photomixer cooler

Photomixer uniformity

Effects of the photomixerIpreamplifier impedance
match on the heterodyne receiver sensitivity

A. LASER LOCAL OSCILLATOR POWER REQUIREMENTS

It has been shown that for a PV HgCdTe photomixer operating

in the flat portion of its frequency response (f/f «1), quantum-noisec
limited heterodyne operation is obtained when

or

2k (T + T
I
i

F
) G

D
hI)

P > > __-:m.::.:.--::---==-_-=-__
LO 2

q n

(6)

(7)

67



where

I = dc photocurrent induced by the laser LO
o

k =Boltzmann's constant

T = physical temperature of the photomixer
m

TiF = effective input noise temperature of the IF preamplifier

Gn = small-signal shunt conductance of the photomixer

q =electronic charge

h = Planck's constant

v = infrared frequency

T/ = photomixer quantum efficiency

When the terms on the left and right side of equations 6 or 7 are

equal, the thermal noise of infrared mixer and IF amplifier degrades the

receiver sensitivity by 3 dB.

Calculated and measured data on 10. 6-micrometer heterodyne

receivers at AIL (Appendix A) indicate that a properly designed heterodyne

receiver can exhibit quantum-noise-limited operation for approximately 2 mW

of incident laser LO power illuminating the PV HgCdTe photomixer. In

general the laser LO beam diameter is fixed so that it is larger than the

photomixer cross section in the focal plane in order to minimize effects due

to any uncertainty in the photomixer position.

A study of the local oscillator power requirements and the correspond

ing heat loading due to laser illumination of a 10 micrometer PV HgCdTe

photomixer have been completed. The expected heterodyne receiver signal

to-noise ratio (SNR) has been calculated as a function of off-axis misalignment

of the LO for a 200 micrometer square photovoltaic HgCdTe mixer having

a 15 percent quantum efficiency which is illuminated by an fllO signal laser

beam, and a variable f number laser local oscillator beam. The study was
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aimed at examining the case where the mixer position has a lateral un

certainty of about ±100 micrometers (due to operational support instabil

ities of the photomixer cooler). The Airy disc of the received beam matches

the diameter of the photomixer sensitive area and is held fixed on the mixer

independent of its uncertain position (by means of a conical scan nutator and

image motion compensator) while the local oscillator is deliberately mis

aligned by a controllable amount. For this calculation, the displacement

from boresight is assumed to take place in the x axis (or yaxis) only in the

image plane (random misalignment along an x-y diagonal reduces the SiN by

a factor of -{2).

Figure 37 gives the calculated receiver SNR as a function of LO

offset (x axis) with local oscillator f number as a parameter. Such a compu

tation is important in minimizing the heat load on the photomixer cooler due

to LO power spillover. For f/oo (the case of a uniform laser LO field) the

physical tolerances on the LO beam are minimized, however, this case

results in maximum power requirements and heat load. However, for a

uniform LO illumination and 2 mW of laser LO power incident on the photo

mixer, the total flux impinging on the input aperture (3 mm diameter) of the

cooler is approximately 350 mW.

For an f/20 system (a realistic case), the boresighted SNR is

actually 1/2 dB better than the uniform LO illumination case. The f/20

optical spot size is about 2.4 A (f-number) =510 micrometers. Assuming

a Gaussian energy distribution for the LO beam, the total input power flux

is approximately 8 mW for the case of 2 mW of laser LO power incident on

the photomixer. With this LO distribution the offset in x-axis causes a

decrease in SiN as shown in Figure 37. The SNR is 3 dB down from the

peak value at 160 micrometers offset which is a very large proporation of

the mixer size.
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For the fl10 case, the optical f-numbers of the signal and

local oscillator are identical. On boresight an improved SiN of 15 dB is

obtained and the total incident energy is approximately 3 mW for 2 mW illum

inating the mixer. However, the system is much more sensitive to LO offset.

The SNR is 3 dB down from the peak value at 68 micrometer offset (approxi

mately 1/3 the mixer linear dimension).

The f/5 case is included for completeness but it is not a realistic

choice because of the stringent tolerances which must be placed on the LO

offset to maintain a good receiver SNR. The results of the SNR calculations

are summarized in Table II.

TABLE II. RESULTS OF LASER LOCAL OSCILLATOR
POWER STUDY

(Conditions: 2DD-micrometer square mixer, 15 percent
quantum efficiency, fl10 signal beam)

Local
Oscillator
f-Number

20

10

5

Boresighted
SiN (dB)

14

14.5

15

10.5

Mixer Position
for -3 dB SiN

(Micrometers)

160

68

60

Total Local Oscillator
Power for 3 mm Diameter

Entrance Aperture
(mW)

350

8

3

8

A heterodyne receiver having a LO beam which is 1. 5 to 2 times

the diameter of the signal beam appears to be a good engineering compromise

(fL0/20 in this case) in order to realize a good receiver SNR, low heat load,

and reasonable design tolerances.
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B. REAT LOADS OF PROTOMIXER COOLER

Measurements have been carried out to determine the amount

of incident laser local os cillator power absorbed by the photomixer cooler

(terminal temperature ~ 90 K) when the heterodyne receiver is operated near

its quantum-noise-limited sensitivity limit. The photomixer used was mounted

in a variable temperature liquid nitrogen dewar having a temperature sensor

and heater for accurate temperature control. An uncoated NaCI window was

used on the entrance window of the dewar and the operating conditions were

as follows:

Photomixer Cooler Temperature

Photomixer Bias Voltage

Photomixer Dark Current

Incident Flux on Photomixer

90 K

-300 mV

1.8 rnA

2 mW

The incident flux on the mixer element, PLO' was calculated

by measuring the amount of induced photocurrent and using the equation:

P = hI) I
LO 71q 0

where

I = induced photocurrento

17 = mixer quantum efficiency

h = Planck's constant

I) = optical frequency

q = electronic change

(8)

The area of the circular photomixer element was 2.7 x 10-4 cm2,

(4.2 x 10-
5

inch2), and the mixer radius was approximately 3.6 x 10-
3

inch.
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The Gaussian local os cillator laser beam cross section was measured

and the beam diameter at the ±3 0' points was o. 20 inch. Therefore,

cr =0320 =0.033 inch.

Since

PLO.
PTotal

(9)

where R = photomixer radius, PLO is the incident LO power on the photomixer

and PTotal is the total incident LO power.

Therefore

P LO +3
PTotal = 5.9 x 10 ~ 340 mW

The total incident power was also measured with a Coherent

Radiation power meter and found to be 370 mW, in excellent agreement with

the calculated value.

A block diagram of the setup used to measure the laser LO heat

load is shown in Figure 38. The dewar terminal temperature was held con··

stant by means of a small heater mounted on the cold plate. The heater

.voltage was continuously monitored on a chart recorder.

When the laser LO was turned on, the heater power necessary

to maintain a given terminal temperature was found to decrease due to absorp

tion of laser power; the drop in heater power being approximately equal to

the absorbed laser power.
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The change in heater power with the application of LO power

was measured and the average of the five measurements calculated. The

five readings were:

120 mW

110 mW

80 mW

125 mW

140 mW

115 mW average

Therefore, approximately 115/340 or 34 percent of the power incident on the

detector window was absorbed. Based on this measurement, the amount of

power absorbed has been calculated for various diameter Gaussian laser

beams with 2 mW illuminating the photomixer. Table III summarizes these

results.

TABLE III. ABSORBED AND REFLECTED LASER LO POWER
FOR VARIOUS LO f/NUMBERS UNDER THE CONDI
TION OF 2 mW OF INCIDENT POWER ON THE
PHOTOMIXER

LO Spot Size Total Incident LO Power Reflected
LO (Diameter) LO Power Absorbed LO Power

f/Number (inches) (mW) By Cooler (m W) (mW)

200 0.20 340 115 225

90 0.090 77 26 51

60 0.060 57 19 38

43 0.043
1

17 (6 to 11) (11 to 6)

1 The extrapolation for f/43 may be somewhat optimistic since a significant
percentage of the laser LO beam falls on nonreflecting surfaces near the
photomixer element.
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The measurement results shown in Table III indicate that for

an f/60 laser LO beam and 2 mW of LO power incident on the photomixer,

only 19 mW of laser LO power is absorbed by the cooler. Consequently, an

f/60 LO beam is a reasonable choice for an operational system which employs

a 200 x 200 micrometer detector element because the spot size is large

enough to allow relatively large photomixer position uncertainties without

decreasing the heterodyne receiver signal-to-noise ratio (Section V-A).

The results of the laser LO power requirements indicate that an f/20 LO

beam is suitable from the point of view of mechanical stability of the cooler

and receiver SNR. The use of an f/20 LO beam will result in less than 10 mW

of LO power loading on the photomixer cooler.

Further, the photomixer used for these measurements was mounted

in a preliminary detector housing with no provision for reflecting unused LO

power. A recently developed detector housing has provision for rejection of

some of the unneeded LO power. Therefore, it is expected that the measure

ments made here may represent slightly higher heat loading than would be

expended when using the improved housing configuration.

It should be noted that the laser LO power and the thermal loss

of the coaxial cable between the photomixer and the IF preamplifier provide

the principal thermal loads on the photomixer cooler. The dc bias power,

for the typical operational case of VB = -300 mV and IT = 4 rnA, is only

1. 2 mW.

C. PHOTOMIXER UNIFORMITY

Uniformity of responsivity measurements on a HgCdTe photodiode

have been carried out to determine its usefulness in a heterodyne receiver

system which utilizes a conical scanner and image motion compensator for

spatial tracking of the incoming signal laser beam. A block diagram of the

measurement setup is shown in Figure 39. A finely focused CO
2

laser beam
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was used as a probe by using a beam expander and diffraction limited

focusing lens.

The 10.6 micrometer CO2 laser beam was attenuated to a suitable

power level so that it would not damage the photomixer. The attenuation is

accomplished by using IRTRAN-l windows which absorb at 10.6 micrometers

but do not affect the beamwidth or divergence of the incident laser beam.

The beam was chopped by a mechanical chopper at a 20 Hz rate and the output

signal was measured with a wave analyzer tuned to the chopping frequency.

The lens system used a collimator to expand the beam to 2 inches in diameter,

which increased the relative aperture of the focusing lens of f/4 in order to

produce a diffraction limited 100 micrometer focused spot.

Before the mixer uniformity measurement was performed, a test

measurement was made to experimentallly measure the spot size. The

100 micrometer diameter spot size was measured by replacing the photomixer

with a small (110 x 100 micrometer) uniform response bolometer. The

bolometer was swept across the focused spot producing an output voltage

proportional to the spatial convolution of the optical spot and the bolometer

sensitive area. These results are plotted in Figure 40. Using a computer

program to extract the optical spot size from the convolution, the focused

laser spot was found to be 100 micrometers in diameter, thus confirming

an f/4 system and indicating that the focusing system is performing at the

theoretical limit for diffraction limited operation.

The bolometer was then replaced by the photomixer and the

responsivity uniformity measurements were carried out. For a series of

measurements taken in vertical (Y) increments of 50 micrometers, the mixer

was swept across the optical spot in the horizontal (X) direction. The chopped

signal from the output of the photomixer was fed to the wave analyzer and the

analog output of the wave analyzer was fed to the Y input on an X-Y recorder.

The motorized micrometer stage which moved the mixer was also fitted with
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an analog output to provide a reference voltage to the X-Y recorder.

The recorder trace was calibrated in thousandths of an inch (25 micrometers)

in the X direction and decibels in the Y direction. (In this measurement setup,

the photomixer acts as a square law device.) The wave analyzer scale used

was calibrated for a linear device so that 20 dB corresponds to a change of

one decade of input laser power.

Examples of typical X-Y recorder plots are shown in Figures 41

and 42. From a complete set of these recorder plots, a contour plot of

regions of uniform photomixer response was obtained (Figure 43). The

departure of these contours from a series of concentric shaped rings resem

bling the photomixer profile establishes the departure of the sensitive surface

from one of uniform response. The only strikingly irregular region of the

photomixer under test was found in the upper left region of the detector.

An attempt was made to correlate the shape of the response

contours with a photomicrograph (Figure 44) and an engineering sketch (Fig

ure 45) of the photomixer. Except for the irregularity in the upper left of

the contour, there is strong similarity among the contour shape, the drawing,

and the photomicrograph.

Some possible reasons for the irregularity in the upper left hand

corner of the photomixer are:

• A defect in the photomixer which reduces the localized
quantum efficiency. (This defect could be an irregularity
in the junction or some contaminant in the bulk material.)

• Some bonding cement may have seeped onto the photomixer
causing a locally opaque response.

• A variation in the thickness in the upper (p-type) layer
due to variation in etch rate across the surface during
the final stages of manufacture of the photomixer. Some
rounding of the photomixer can be observed when it is
examined under a microscope, reinforcing the hypothesis
of variation in etch rate.
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• Reflections off the large irregular solder contact on
the right side of the photomixer may cause the "apparent"
detector size to be larger than the measured geometry.

• A quantum efficiency peak in the lower left hand corner
of the photomixer due to (1) etching irregularities which
caused a more optimum player, or (2) an exposed junc
tion. This hypothesis is further conformed by the fact
that the measured response contour falls in the lower
left hand portion of the photomixer.

This photomixer has been tested in the ORS (Section II) and has

exhibited a quantum-noise-limited sensitivity while performing all the

acquisition and conical scan tracking functions of the receiver. It has been

concluded that the nonideal detector uniformity of this photomixer did not

degrade the spatial tracking functions or the receiver sensitivity of the ORS.

The exact reason for the nonideal responsivity profile has not been established.

D. PHOTOMIXERjPREAMPLIFIER IMPEDANCE MATCH

An analysis of the effects of the photomixerjpreamplifier imped

ance match on infrared heterodyne receiver performance has been carried

out. The coupling of the shot noise energy generated in the photomixer to

the IF preamplifier can be analyzed in terms of the Norton Equivalent Circuit

shown in Figure 46 where only the real component of the admittance

is considered since we are dealing with noise properties of the photomixer.

G I t is given (equation 10 of Appendix A) by
ou

(10)

(11)
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i 2n r Y'· OUT

2-2949

1

FIGURE 46. NORTON EQUIVALENT FOR PV HgCdTe
MIXER/PREAMPLIFIER

The 3-dB cutoff frequency (Appendix A) is

Substituting, we obtain

(12)

(13)

(14)
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In the absence of LO induced photocurrent I , the overall systemo
thermal noise, PT , can be measured. The overall thermal noise depends on

the physical temperature of the photomixer and the equivalent input noise

temperature of the IF preamplifier. When LO power is applied to the photo

mixer, hole-electron pairs are generated which rise to photoinduced dc cur

rent, I. This photoinduced current contributes to the photomixer shot noise.o
The thermal noise power and shot noise power are

G.
1 2 4 k (TM +T{F) G~ut B

(G. + G I t)
1 ou

(15)

G.
P = 1

S (G. + G I )2
1 out

2 q I B
o

(16)

The measured noise power ratio (Ps + PT)/PT can be obtained by combining

equations 14, 15, and 16.

(17)

where

G. = input conductance of IF amplifier
1

T = mixer temperature
M

T iF = equivalent input noise temperature of amplifier

B = IF bandwidth

q = electron charge

k = Boltzmann's constant
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/

The total (shot-plus-thermal) noise generated in the photomixer-preamplifier

combination has been measured as a function of LO induced photocurrent

using three specially designed IF preamplifiers. The IF preamplifiers were

designed to have input impedances of approximately 75, 150, and 260 MHz.

Table IV summarizes the measured noise factor of each IF preamplifier for

photomixer source impedances of 85, 125, and 200 ohms.

Noise measurements of the various photomixer-preamplifier

combinations were carried out at applied bias voltages of -200, -300, and

-400 mVwhere the photomixer source resistance was 200,125, and 85 ohms,

respectively. The measured and calculated values of heterodyne receiver

noise are given in Figure 47, sheets 1 through 8. The measured values of

receiver noise were in good agreement with the calculated values and the

experimental error is estimated to be ±O. 5 dB. For an applied bias voltage

below -200 mV the shunt conductance of the photomixer varied with applied

LO power and careful attention had to be given to the selection of the IF pre..;.

amplifier and applied laser LO power (Figure 47, sheets 1 through 8).· For

bias voltages above -200 mV, the shunt conductance of the photomixer remains

nearly constant with applied LO, affording more stable receiver operation.

The results of the receiver noise measurements indicate that the

IF preamplifier should be designed primarily for lowest noise figure with the

impedance match between the photomixer and IF amplifier being a secondary

consideration. As long as the reverse shunt conductance and amplifier input

impedance are constant with local oscillator power, sufficient gain will be

available in the photomixer to overcome the effects of reasonably low IF noise

figures and provide nearly quantum-noise-limited receiver operation.

I

It should be noted that TIF is a function of source impedance

(reference 12) and the heterodyne receiver sensitivity (equation 5) may be de

graded when a large impedance mismatch exists between the photomixer and

the IF preamplifier.
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TABLE IV. MEASURED NOISE FACTORS OF TEST PREAMPLIFIERS

90

Preamplifier Input
Impedance

(ohms)

75

75

148

150

150

260

260

264

Photomixer Source
Impedance

(ohms)

85

125

85

125

200

85

125

200

Preamplifier Noise
Factor

(dB)

N 1. 8

N2.0

"-'3.8

N3.5

IV 3. 5

/'\.15.8

/V 4.8

1"13.7
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VI. 10.6 MICROMETER HETERODYNE DETECTION USING
p-TYPE HgCdTe PHOTOMIXERS

Analysis and measurements of 10. 6-micrometer heterodyne de

tection in p-type HgCdTe photomixers were carried out using concepts of

heterodyne (small-signal) lifetime and LO (large-signal) lifetime for the case

of finite mixer dark conductance (gI!go f. 0). For these intrinsic photocon

ductive photomixers, the total mixer conductance (under laser LO illumina

tion) is dependent on the photomixer dark conductance gD. The equivalent

circuit for the photomixers is shown in Figure 48•

•

'1069

FIGURE 48. EQUIVALENT CIRCUIT FOR MIXER WITH FINITE
DARK CONDUCTANCE

A. ANALYSIS OF MIXING IN p-TYPE HgCdTe

An analysis of infrared heterodyne detection in intrinsic photocon

ductors with finite dark conductances has been developed (reference 12). This

section extends the analysis for the case of p-type HgCdTe photoconductive

mixers having an Auger recombination process.
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1. PHOTOMIXER LIFETIME

The photoconductance-to-dark conductance ratio is

where

"'eb=-»l
~

CT
D

=dark conductivity

CT = photoexcited conductivity

n =dark electron concentration
o

p = dark hole concentration (» n for p-type material)
o 0

n = excess hole-electron pair concentration due to photo
e excitation

!J = electron mobilitye

"'h = hole mobility «< "'e)

(18)

The excess hole-electron pair concentration is related to the ap

plied LO power by

100
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where

t1 = mixer quantum efficiency

P
LO

= applied laser LO power

'TLO = large signal lifetime of the principal carriers

Vol = volume of photomixer

h = Planck's constant

lI
LO

= laser local oscillator frequency

The small signal, large signal, and dark carrier lifetimes (refer

ences 12, 16, and 17) are given by:

2
n.

1

'Thet ~K n (3n + 2p ) + P (K n + K
hh

P )
ee e e 0 0 ee 0 0

(20)

2
n.

1

'TLO ~ K n (n + p ) + P (K n + K
hh

P )
ee e e 0 0 ee 0 0

(21)

(22)

2
n.

1

'TD = P (K n + K
hh

P ) , ne = 0
o ee 0 0

where

K = normalized electron-electron generation rate
ee

Khh = normalized hole-hole generation rate « Kee)

n. = intrinsic carrier concentration (= \ fj)Il)
1 vro 0
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The variation of the photoconductive-to-dark conductance ratio

with applied laser local oscillator power (reference 12) is given by

(23)

(24)

where

It = open circuit responsivity

V = applied bias voltage

a1 = it/V

a
2

and a
3

are defined in Figure 56 (a2 »a
3
).

Figure 49 shows a calculated curve (plotted on full logarithmic

paper), describing the general behavior (based on equation 23) of the photo

conductance-to-dark conductance ratio as a function of local oscillator power.

As Figure 49 shows, the conductance varies directly as PLO for low LO

power, changing to a P~~ dependence and, then, to a ptlJ dependence with

increasing LO power. The measured breakpoints between the linear and

quadratic region, and the quadratic and cubic region, can be used to deter

mine mixer parameters a2 and a3• Parameters a
2

and a
3

can be used to

calculate the ratio of the normalized electron-electron generation rate (K )ee
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and the normalized hole-hole generation rate (K
hh

). It should be noted that

only p-type Auger lifetime limited photoconductors exhibit the relationship

shown in Figure 48 since:

• n-type Auger lifetime limited photoconductors exhibit
a linear and cubic region

• The radiative lifetime limited photoconductors and
photoconductors with free carrier capture by flaws ex
hibit a linear and quadratic region

• The Shockley-Read lifetime limited photoconductors
exhibit a linear, a greater than linear and a linear region

when the conductance ratio (golgD) is plotted as a function of applied LO
power (reference 18).

Therefore, this identifying characteristic of photoconductive detectors is a

useful technique in determining the dominant recombination mechanism in an

infrared detector or photomixer.

Using the parameters a2 and a3 which are defined in Figure 48,

the ratio of the small signal heterodyne lifetime to the large signal lifetime

can be expressed as

(25)

2. A )I.ILABLE CONVERSION GAIN

The IF photocurrent generated in the photomixer is given (refer

ence 12) by

104
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where

F1A = peak photon flux at IF

T = transit time of the carriers (= L2/J,J.V)
r

L = interelectrode spacing

A = illuminated area of the photomixer = L X W

The available conversion gain, or the ratio of the available IF

output power to the available infrared signal power is,

G = PIF, available = II(w) ,2
P s 8 r go + gn 1 Ps

The LO-induced mixer conductance is

Substitution of equations 26 and 28 into 27 then gives

(27)

(28)

(29)

rJ q U Thet

,t3
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In obtaining equation 29, use has been made of the relation for

modulation index, namely,

where the photon flux at signal frequency is

PsF A=--
s hvs

and the photon flux at LO frequency is

(30)

(31)

(32)

The conversion gain depends on the LO power directly through

its effect on go and indirectly through effects on the lifetimes 'Thet and 'TLO

and the transit time T (through an effect on mobility u).
r

An alternative expression for the conversion gain in terms of the

absorbed bias power (Pdc) and the LO power (PLO) is useful for gain calcula

tions and for optimization of the ratio of bias to LO power. The total ab

sorbed bias power is

(33)
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Since Vs ~ vLO' substitution of equations 28, 32, and 33 into 29 gives

1
2 2

1 + W '1' het
(34)

If the carrier mobility is assumed to be independent of LO power,

equation 34 shows that for W'Thet <1, the available mixer gain is independent

of carrier mobility and depends only on the power, conductance, and lifetime

ratios.

3. PHOTOMIXER NOISE

The overall mean-square noise current generator consists of

three component noise generators

i~R is the G-R noise given by (reference 12 and 17)

(
'1' ) ( I B ).2 4 1 1 het np 0

IGR = q'Thet (r- + r-
h

) T
LO

[n (n + p + n )] 1 2 2
r, e r, e 0 0 e + W '1'het

(35)

(36)
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where

Tr e' T h = transit time of electrons and holes , respectively,
, r, (b = T hiT »1)r, r, e

n =total electron concentration = n + no e

p = total hole concentration = p + n
o e

n =p and p >ne e 0 0

In equation 36 the local-oscillator induced, and dark contributions

to G-R noise correspond to the terms 1 and n In , respectively, in the fac-o e
tor (1 + n In). Qualitatively, 1 »n In because the G-R noise is propor-

o e 0 e
tional to the minority carrier concentration, which increases much faster

than the de current (equivalently, majority carrier concentration) as hole

electron pairs are generated by the local oscillator. This statement is be

lieved to have general applicability to HgCdTe intrinsic photodetectors al

though equation 36 was specifically derived for p-type HgCdTe with Auger

band-to-band recombination dominant.

Using equation 18 an alternative form of the factor (1 + n In ) in
o e

equation 36 is given by

n
o

1+-=1+
ne (

gD _~)
g b n

o e

(37)
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i~ is the thermal noise of the total mixer conductance given by

i~ = 4 k T M ( go + gn) B

where

k = Boltzmann's constant

TM =physical temperature of mixer

(38)

i:
F

is the IF amplifier noise referred to the output terminals of the mixer,

and is

where

T iF = effective input noise temperature of IF amplifier re
ferred to the output terminals of the mixer = (FiF - 1) To

FiF = noise factor of IF amplifier referred to the output
terminals of the mixer

T= reference temperature == 290 Ko

4. RECEIVER SENSITIVITY

The IF output signal-to-noise power ratio is

(39)

(40)
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Substitution of equations 27 to 29 and 35 to 39 into 40 then gives

(41)

Thus, the NEP, or the value of signal power to give an IF SiN ratio equal to

unity, is

(42)

with V in volts. In terms of the conversion gain (equation 29), equation 42 can

be written

2hv B
NEP = s

n
(43)

where pl. = 2hv Bin ° (1 + no) which reduces to the eJq>ression for ex-mIn s n
e

trinsic photoconductive photomixers (reference 2) when n In is much lesso e
than unity. (The n In term approach zero as the applied LO power is ino e
creased sufficiently to satisfy the condition of go » gn0 )
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B. MEASUREMENT DATA

The following paragraphs present the results of detailed mea

surements which have been carried out on p-type HgCdTe mixer elements

(reference 19). Data is presented on heterodyne receiver NEP, frequency

response, power dissipation, mixer noise, and mixer conductance for var

ious levels of dc bias andLO power.

The parameters of the single element photomixer at 77 K were:

Area

Peak Wavelength

Dark Resistance

Responsivity

D-star at 10.6 /..Lm

Quantum Efficiency

Hole Concentration

2
A ~ O. 76 mm

A ~ 9. 5 to 10. 5 IJnl
P

R ~ 260
D

OL~1V/w

7 1/2
D* ~ 3 x 10 W/Hz

1/ ~ 25 percent (estimate)

17 -3
p ~ 10 cm

o

1. MIXER CONDUCTANCE RATIO

The current-voltage characteristics of a p-type PC-HgCdTe

photomixer was measured as a function of applied LO power and the results

are given in Figure 50. The mixer conductance ratio varied linearly with ap

plied LO power for go/gD between 0.04 and 0.26, and the relationship be

came quadratic with LO power for go/gD between 0.26 and the measurement

extreme of 2.7. The measurement and calculated results were in good agree

ment (equation 24) and verified the fact that the photomixer was p-type

(rather than n-type) HgCdTe. The second break point between the quadratic

and cubic region, shown in Figure 49, is expected to occur at gO/gD ~ b ~ 150.
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Using Figures 49 and 50, and equation 24, then

K
Khh R:J 6gg , for b = 150

2. CONTACT (1/f) NOISE

Contact (1/f) noise was measured on the p-type HgCdTe photo

mixer at 77 K and IF frequencies between 10 kHz and 2 MHz for an applied

bias voltage of O. 2 volts and PLO = O. The measured contact (1/f) noise

(Figure 51) was relatively unaffected by applied laser LO power, but in

creased with increasing dc bias voltage and decreasing frequency as given

by the expression

where

K' V
2

B
2 dcV R:J----

N r<~ Vol

K' =proportionality factor

Vdc = dc bias voltage

B = IF bandwidth

f = IF frequency

(44)
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ex >=:;:j 0.8

Vol = mixer volume

As can be seen in Figure 49, the contact (l/f) noise voltage was

still decreasing at the highest IF frequency measured. The more rapid fall

off above 500 kHz is due to a decrease in the gain of the IF amplifier follow

ing the mixer element. In addition, noise measurements above 500 kHz be

come more difficult because of the low mixer element responsivity resulting

in noise voltages which could not be accurately measured. This measurement

uncertainty is denoted in Figure 51 by the bar-intervals shown between 500

and 2000 kHz.

Based on the contact and thermal noise measurements, the 1/f

noise is expected to be essentially negligible at IF frequencies of 20 MHz and

above.

3. PHOTOMIXER G-R NOISE

The measured photomixer noise as a function of applied dc bias

power is given in Figure 52 with and without applied LO power. The system

thermal noise dominates for P dc <: 1 mW and the photomixer G-R noise in

creased at the expected 3-dB per octave rate for P dc > 13 mW.

4. MIXER _L~EQUENCY RESPONSE

A G-R noise measurement technique has been used to determine

the frequency response of the p-type, intrinsic photoconductive HgCdTe

photomixer. The technique was similar to the approach used to determine

the frequency response of extrinsic photoconductive and photovoltaic photo

mixers (references 2 and 3 and Appendix I).

The G-R and thermal noise power were measured as a function

of IF frequency and used to determine the resultant G-R noise spectrum given

in Figure 53. The measured 3-dB cutoff frequency was (1) 32 MHz for an
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applied voltage of 0.51 volts and a conductance ratio of go/gD ....... 1.1 (P
LO

~

70 mW) and (2) 38 MHz for an applied voltage of O. 57 volts and go/gD ~ O. 38

(P
LO

~ 20 mW).

The G-R noise spectrum rolled off at the expected 6 dB/octave

rate and the small change in frequency response with applied dc bias and LO

power may be due to impedance changes, changes in carrier mobility or

transit time effects. The measured 3-dB cutoff frequencies indicate that

p-type HgCdTe may be a suitable photomixer for applications requiring a

flat frequency response at IF frequencies of 20 MHz.

5. AVAILABLE CONVERSION GAIN

Using the measurement data reported in this section and equa

tion 34, the available conversion gain of the p-type PC-HgCdTe photomixer

was calculated and the results are summarized in Table V. The calculated

conversion gain was (1) -15.7 dB (PLO = 76 mW and P dc = 21 mW) and (2)

-14.3 dB (PLO = 20 mW and P dc = 17 mW).

TABLE V. MEASURED AND CALCULATED HETERODYNE
PARAMETERS ON 10. 6-MICROMETER p-TYPE HgCdTe

PHOTOMIXER/IF PREAMPLIFIER FRONT-END

PLO Pdc
f

T LO G

go/gD
V c (ns) (dB)

Case (mW) (mW) (Volts) (MHZ) (Calc) (Calc)

1 1.1 76 21 O. 51 32 5.0 -15.7

2 0.38 20 17 O. 57 38 4.2 -14.3
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6. NOISE EQUIVALENT POWER

The p-type HgCdTe photomixer was interfaced with a specially

designed IF preamplifier and heterodyne NEP measurements were carried

out as a function of applied dc bias power at an IF difference frequency of

30 MHz for gjgD ~ 0.14. The results are shown in Figure 55.

The photoconductive gain increases linearly with applied dc bias

(equation 34) thereby reducing the thermal noise term in the NEP expression

(equation 43) until the receiver sensitivity approaches

2hv B
s

P .mIn
=---

B ( n)o -18
1 + n

e
~ 1. 4 X 10 W/Hz for P dc > 40 mW

For gD/g = 0.14, fI = 25% and p < bn , the calculated sensi-o 0 e

tivity limit is 1. 2 x 10-18 W/Hz, in good agreement with the measured value

of 1. 4 x 10-18 W/Hz. It should be noted that there is some uncertainty in the

photomixer quantum efficiency. The heterodyne receiver NEP can be further

improved by increasing the applied laser LO power so as to reduce gIlgo

and minimize the dark current contributions to the photomixer G-R noise

term.

7. FOUR-ELEMENT SYMETRICAL ARRAY

A four-element (2 x 2) p- type photoconductive HgCdTe array

was fabricated to AIL specifications. Each photomixer was O. 1 mm by

0.1 mm and the spacing between elements was 0.1 mm. The detectors ex

hibited a spectral peak at 11. 8 j.LITl when operated at 77 K, a D* (500, 100,1)

of approximately 108 cm Hz
l
/ 2/cm, and a 3-dB frequency response near

30 MHz. The dark photoconductive resistance was 360 ohms, a very favor

able value, and with laser LO power applied, the photomixer resistance

dropped to 280 ohms (gD/go ~ 2.8).
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The measured heterodyne noise equivalent power for the four

elements of the array at 77 K and an IF of 20 MHz were:

-18
1. 48 x 10 W/Hz

-18 /1. 54 x 10 W Hz

-18 /1. 33 x 10 W Hz

-18 /1. 50 x 10 W Hz

The measured NEP's for the four measured elements of the p-
-18

type HgCdTe array were reasonably close to the value (1.4 x 10 W1Hz)

reported on the single element p-type HgCdTe photomixer. They are also

limited by the dark current contributions to the photomixer G-R noise.

The HgCdTe array was operated as a coherent monopulse re

ceiver with a 20 MHz offset between the incident signal and CO2 laser local

oscillator. The elevation difference channel and sum channel IF outputs were

measured for various angles of arrival using a simulated optical antenna range.

The results are shown in Figure 55. The resultant measurements were in

good agreement with the expected classical monopulse patterns. However,

the null between the sum and difference channels was limited by nonopti-

mized system noise. This type of coherent amplitude sensing monopulse

receiver makes full use of the receiver aperture, provides greater angle

error sensitivity than the conical scanner type tracker, and is relatively in

sensitive to atmospheric and target scintillations (references 20 and 21).
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VII. CONCLUSIONS

Extensive analysis and measurements aimed at establishing the

feasibility of designing and developing high-sensitivity, wide bandwidth 10. 6

micrometer heterodyne receivers for a space-to-ground communications link

has been completed.

An analysis and expressions have been presented for the en

gineering design of a quantum-noise-limited infrared receiver that uses a

photovoltaic diode with finite dark conductance as the photomixer• The

analysis considered such parameters as photomixer temperature, photo

mixer equivalent circuit, bias voltage, applied LO power, mixer conversion

gain, and preamplifier source impedance. Measurements on the bread

boarded receiver indicate that nearly quantum-noise-limited operation is

achievable over a wide range of mixer temperature, IF, applied bias voltage,

and incident LO power, and, in addition, the large frequency response of the

HgCdTe mixer indicates the potential of applying this type of receiver to a.

satellite-to-satellite communications link where large Doppler offsets are

encountered (reference 8). In addition, photomixing in photoconductive

HgCdTe photomixers having a finite dark conductance was investigated.

The feasibility of key receiver elements such as the photomixer, conical

scanner acquisition circuitry, AFC loop and high fidelity communications

channel has been demonstrated using the packaged breadboard shown in

Figure 57. The pertinent receiver characteristics are as follows:

Sensitivity

Photomixer tem
perature range

Photomixer power
dissipation

less than 10- 19 W1Hz (82 to 104 K)
less than 1. 8 x 10- 19 W1Hz (77 to 140 K)

77 to 140 K

<10 mW
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Incident LO power

IF bandwidth

Group-delay dis
tortion (FM
format)

AFC tracking

Acquisition IF SNR

Acquisition Time
Delay

Spatial Tracking

~2 mW

> 100 MHz (30 ±10 MHz selected)

<: ±10 ns/10 MHz

±6 MHz

>-20 dB

~14 ms

Conical scanner over> 11 photomixer
widths
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Abstract-The design of a high-sensitivity wide-bandwidth
10.6-pm heterodyne receiver has been established for space and
ground operational use, and key elements for a satellite-to-earth
communications link were demonstrated. The receiver includes a
cooled HgCdTe infrared mixer diode, a conical scanner for spatial
tracking, an acquisition channel for spatial search and station
alignment, and an automatic frequency-control channel to maintain
a fixed laser frequency offset. The infrared mixer is designed to
provide nearly quantum-noise-limited operation over an extended
range of mixer temperature, bias voltage, and IF.
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ISO· t

The re"....<U1t experimental receiver has a measured noise equiv
alent power of less than 10-19 W1Hz over the 15- to 40-MHz IF
band for mixer temperatures from 85 to 115 K, and less than
2 X 10-19 W1Hz up to 140 K. Mixer 3-dB cutoff frequencies as
high as 420 MHz were measured at a mixer temperature of 125 K.

An analysis and engineering equations are given for receiver
noise components, noise equivalent power, available mixer conver
sion gain, mixer transducer gain, and quantum-noise factor in
terms of such factors as mixer parameters, quantum efficiency.
mixer temperature, dynamic conductance, bias voltage, LO power.
and IF amplifier characteristics.

I. INTROvlJCTIUN

A LTHOUGH direct detection is useful in 1O.6-pm
systems when simplicity is desired, in many
applications heterodyne detection is preferred

because it combines high sensitivity with wide electrical
bandwidth, and preserves the phase and frequency char-
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Fig. 1. Simplified block diagram of infrared communications receiver.

II. RECEIVER DESCRIPTION

quency interference, and related space equipment require
ments.

The resultant experimental receiver had a measured
noise equivalent power of less than 10-19 W/Hz over the
15-to-40-MHz IF band using a reverse-biased HgCdTe
photodiode for mixer temperatures from 85 to 115 K,
and less than 2 X 10-19 W/Hz up to 140 K. The 3-dB
cutoff frequency of the photodiode [11], [12] used was
measured to be as high as 420 MHz over the 77- to 125-K
range.

The infrared receiver system (Fig. 1) consists principally
of an infrared mixer/preamplifier, associated optical com
ponents, and signal-processing electronics. Its functions
are described in the following paragraphs.

The communications channel includes all circuits from
the IF preamplifier to the video output buffer amplifier.
Due to the relatively narrow tuning range of the CO2

LO laser, an IF center frequency of 30 MHz was used.
The mixer, IF preamplifier, and postamplifier have a.
bandwidth exceeding 100 MHz. The system group delay
for a high-quality 6-MHz video signal (IF from 24 to
36 MHz) was held to ±5 ns using a delay equalizer. The
FM signal is demodulated in an unusually wide (40
percent bandwidth) high-linearity limiter/discriminator.
AFC error voltage is derived from the discriminator when
the incoming signal and LO frequencies are not separated
by exactly 30 MHz. The amplified error voltage is applied
to a piezoelectric stack, which displaces one of the re
flectors of the LO laser thereby changing its output fre
quency.

A key problem inherent in laser communications sys
tems is accurate pointing and tracking due to their
relatively narrow beamwidth. A conical scanner was

radio-fre- demonstrated that nutates the received infrared beam so
130,~

acteristics of the infrared signal. Coherent (heterodyne)
detection is most practical at the long wavelengths due to
reduced quantum noise, easier alignment of signal and
LO, and greater diffraction-limited field of view [1]. Also,
the CO2 laser has proven practical as an efficient single
frequency stabilized source for the transmitter and LO
[2], and operates in an atmospheric window. The potential
of 1O.6-JLm heterodyne detection has been explored by a
number of workers in several extrinsic [3], [4, ch. 10],
[5], [6] and intrinsic [2], [4, ch. 9], [7)-[9] photodetector
materials.

The design of a high-sensitivity wide-bandwidth 10.6
JLm heterodyne receiver system suitable for use as a
spaceborne and ground-based equipment for a two-way
synchronous satellite-to-earth laser communications link
[10] is established and the demonstration of key receiver
elements is discussed. The receiver system to be described
supplies all of the following functions.

1) Communications channel that provides heterodyne
detection, amplification, and demodulation of frequency
modulated 1O.6-J,lm signals with sensitivity near the
quantum-noise limit.

2) Tracking channel that develops two orthogonal error
voltages for spatial tracking using a conical scan of the
heterodyne receiver field of view.

3) Acquisition channel that generates an x-y raster
scan for spatial search during the acquisition mode and
automatic transfer into the communications mode after
acquisition encounter and confirm.

4) Automatic frequency control (AFC) channel that
develops required error voltages to maintain a fixed
frequency offset between incoming signal and LO laser.

5) Design that minimizes power dissipation in the
infrared mixer element to permit passive radiation cooling
in space.

6) Design toward fulfilling environmental,
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as to develop east/west and north/south tracking-error
signals that are fed to piezoelectrically driven pointing
optics to maintain the receive beam (and the local transmit
beam if a two-way link or a beacon is used) on boresight
with respect to the received carrier. Unlike previous
infrared trackers, this scanner operates in the heterodyne
mode, where audio-frequency modulation on the carrier
is compared to a reference from the nutator driver and
separated into the two orthogonal error components in
two phase detectors. The tracking-error voltages, to
gether with a de bias required for point-ahead correction,
are then fed to the pointing optics to correct the spatial
error.

A narrow-band acquisition encounter channel extracts
a received signal pulse from noise under conditions of
minimum signal-to-noise ratio when the scanning receiver
beam intercepts the transmitter beam within the search
volume dictated by the initial uncertainty of transmitter
location. The encounter channel consists of a narrow IF
bandpass filter, AM detector, matched filter, and threshold
detector to trigger the acquisition pulse. An acquisition
confirm channel is included, which operates at the second
harmonic of the conical scan frequency. Measurement of
probabilities of encounter versus video channel signal-to
noise ratio resulted in 100-percent probability of encounter
for SNRs as low as -19 dB referenced to the IF band
width.

pressions were derived for noise equivalent power (NEP)
and mixer conversion gain that extend previously obtained
expressions [14] by distinguishing between a small-signal
(heterodyne) lifetime and large-signal (LO) lifetime. It
was concluded that the increase in power dissipation was
out of proportion to any obtainable increase in speed of
response for n-type PC-HgCdTe.

A design analysis using p-type PC-HgCdTe was
carried out and followed by experiments in which a
heterodyne NEP at 30 MHz of 1.38 X 10-18 W/Hz was
obtained using 30 mW of LO power and 40 mW of de
bias power [15]. Frequency response measurements yielded
a 3-dB cutoff frequency of 38 MHz. It was concluded
that the poor sensitivity, due to dark current-induced
generation-recombination noise, in combination with large
LO and de power requirements, made the available p
type HgCdTe mixers unsuitable for this application.

The design analysis and subsequent experiments using
PV-HgCdTe indicated that with proper design the
receiver requirements could be almost completely satisfied
using PV-HgCdTe in terms of operating temperature
range, power dissipation, frequency response, sensitivity,
and potential for future higher modulation rate systems.
Hence, PV-HgCdTe was adopted for the receiver design.
The results will now be discussed in further detail.

IV. DESIGN FORMULAS FOR PHOTOVOLTAIC MIXERS

The photodiode cutoff frequency, defined as the IF
at which the available mixer conversion gain is 3 dB
down from its low-frequency value, is given by (Ap
pendix I)

Following the approach used for photoconductive mixers
[3], [4, ch. 10] expressions have been derived for reverse
biased photovoltaic mixer performance, expressed in terms
of noise attributable to the mixer element itself and the
IF amplifier; and the available conversion gain of the
infrared signal power to the IF. The analysis is given in
detail in Appendix I. It assumes a nonzero leakage con
ductance and neglects lead inductance. This is represent
ative of present-day long-wavelength HgCdTe photo
voltaic elements. The following is obtained for the
available conversion gain:

(1)

(2)R.GD « 1

G = 7lqlo 1 2

2hvGD 1 + (f/fe)

quantum efficiency,
electron charge,
LO-induced de photocurrent,
Planck's constant,
infrared frequency,
small-signal shunt conductance,
intermediate frequency,
photodiode 3-dB cutoff frequency.

v

71
q
10

h

GD

f
fe

where

III. CHOICE OF INFRARED PHOTOMIXER

To minimize passive. radiation cooler requirements
aboard the spacecraft, the infrared mixer element must
be capable .of operating at as high a temperature as
possible. This dictates the use of an intrinsic detector
material using direct band-to-band excitation. The mixer
crystal Hg1_.Cd.Te was the only one sufficiently advanced
in technological development to warrant consideration.
The band gap in this ternary material can be tailored
to the 10.6-~m wavelength by proper choice of molar
content x [13]. The band-gap wavelength varies inversely
with the temperature [4, ch. 5] so that the desired range
of operating temperature also influences the optimum
value of x.

For the communications application, an infrared mixer
was required with a response that exceeds 60 MHz.
Mixers with lower frequency response are not acceptable
because of the reduced sensitivity and concomitant am
plitude and phase variations [1] that can affect trans
mission fidelity. Matching networks designed to com
pensate for roll-off in mixer response were considered but
rejected because of the change of mixer characteristics
.with temperature and bias.

Both photoconductive (PC), nand p types, and photo
voltaic (PV) HgCdTe were considered in detail for the
communications application and are briefly compared in
the following paragraphs. Elements with response times
as short as 50 ns have been reported using n-type PC-
IIgCdTe [2]. An analysis was carried out on the feasibility (1 + R.GD)1/2 GD

1I2

of reducing mixer lifetime with applied LO power. Ex- fe = 27rCD (R./GD)1
/

2 ~ 27rCDR/ 12
,

130,3
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NEP "-' p. = hll.
B "-' mID 'T/

For best receiver sensitivity, the LO-induced shot noise
is fixed to be much greater than the thermal noise so that
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The following values illustrate the results of a sample
receiver design, the values of which were closely ap
proached in practice (Section V):

effective IF input noise
temperature T'IF
mixer temperature T M

k(TM + T'IF)
quantum efficiency

Fig. 2. Calculated receiver NEP versus incident LO power with
quantum efficiency as parameters.

V. INFRARED MIXER MEASUREMENTS

A variety of measurements were carried out using both
a homodyne and a heterodyne test setup. Two single
frequency cervit-cavity CO2 lasers are employed that
serve as signal and LO sources, respectively. They deliver
about 1 W CW each, operate on the same vibrational
rotational line, and are locked in frequency at the desired
IF offset, for example, 30 MHz, by sampling the laser
outputs by two beam splitters and mixing them in a
separate p-type PC-HgCdTe detector. A 30-MHz dis
criminator generates an error signal, which is fed to the

(3)

(5)

NEP = hllB + keTAl + T'IF)B
. 'T/ G

noise equivalent power for SNR of 1, W,
IF bandwidth,
physical temperature of mixer,
effective input noise temperature of IF amplifier.

where

where

R. photodiode series resistance,
CD photodiode junction capacitance.

If the available conversion gain is sufficiently large,
the receiver sensitivity will remain nearly quantum noise
limited even beyond the mixer cutoff frequency as has been
demonstrated previously in extrinsic Ge:Cu mixers [3].
The receiver sensitivity is given by

As the first term on the right-hand side of (3) shows,
the reverse-biased photovoltaic mixer has a quantum
noise sensitivity limit, which is a factor of 2 better than
photoconductive mixers [3], [4, ch. 10].

The required LO power is obtained by combining (2)
and (3) and using 10 = 'T/qPLolhll:

NEP = hll [l + (2k(TAl + T'IF)GD)(~)J. (4)
B 'T/ q 'T/qPLO

The last term in (4) establishes an engineering criterion
for the tradeoff between the fractional degradation in
NEP as a function of LO power dissipation, using as
parameters IF preamplifier characteristics T M , GD , and 'T/.

The calculated NEP is plotted in Fig. 2 as a function of
applied LO power with 7/ and (TM + T'IF)GD as param
eters. The optimum range for the applied LO power is
dictated by considerations of sensitivity on one hand and
of radiator cooler limitations on the other, and is indicated
qualitatively in Fig. 2. As Fig. 2 shows, for 7/ = 30 percent,
T M = 100 K, and an effective IF input noise temperature
of T'IF = 140 K, GD = 10-2 mho, NEP ~ 6.8 X 10-20

W1Hz, using an incident CO2 LO power of 1.4 mW,
corresponding to a photocurrent of 3.6 mAo These are
favorable values.

It is instructive to recast (4) by defining a minimum
detectable signal Pmi n = hili7/, available thermal noise
power P tb = k(TM + T'IF)B, and available shot noise
power P'b = 2qloB, to obtain in a manner similar to
the photoconductive heterodyne receiver [3]:

NEP = P . (1 + P tb).
B miD P'b

To obtain the desired infrared sensitivity, power dis
sipation, and other receiver performance goals, the fol
lowing parameters must be considered:
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Fig. 3. Current-voltage characteristic of PV-HgCdTe mixer.
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Fig. 4. Photogenerated shot noise and conversion gain versus LO
power in ffgCdTe photodiode.

piezoelectric tuning stack of one of the lasers. Other IFs
were conveniently generated by adding an RF mixer
and injecting an appropriate RF signal into the AFC
loop. The main LO and signal beams illuminate the mixer
element and are shaped individually by means of ap
propriate irises and lenses to obtain the desired diffrac
tion-limited illumination.

A key consideration in receiver evaluation is the meas
urement of absolute infrared signal power. This was done
by a substitution method whereby a high-reflectance
mirror is inserted in the signal path to deflect the signal
radiation to a room-temperature bolometer having a
broad spectral response. The bolometer responsivity was
calibrated using both a 500 K blackbody source and a
thermopile. To ensure accuracy, the bolometer was
located in the same focal plane as the mixer. To eliminate
errors due to nonuniform illumination, the bolometer is
physically smaller than the mixer and a relatively broad
signal beam is employed.

A. Receiver Noise

For quantum-noise-limited operation, the mean-square
shot noise current induced by the absorbed LO power
must significantly exceed the sum of all other mean-square
noise currents [(5), (16)]. This condition was achieved by
proper infrared mixer and preamplifier design. The various
noise contributions that had to be considered are dis
cussed in the following.
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1) Induced Shot Noise: The I-V characteristic of an
HgCdTe diode, given in Fig. 3, shows an induced mixer
current of about 0.5 mA when LO power is applied to
the mixer element with only a small change in reverse
dynamic resistance.

As expected from the analysis,· the LO-induced shot
noise varied essentially linearly with applied LO power
for the case where GD and 11 are independent of P LO

[(14), Fig. 4]. At higher IFs, the induced shot noise rolls
off at 6 dB/octave due to the RC-limited frequency
response of the HgCdTe photodiode.

2) Thermal Noise: The receiver thermal noise is deter
mined by T M , T' 1F , and Johnson noise due to load resistor
R L, if any. The preamplifier typically provides 25 dB
of gain with an effective input noise temperature of
148 K (F/

1F "" 1.8 dB) over an extended range of frequency
and input impedances.

3) l/t Noise: Since the mixer is normally operated with
reverse bias, higher values of l/t noise can be expected
than for incoherent detection. The mean-square l/t noise
current falls off with increasing IF and decreasing bias
current as given by [16]

~ AI2B
~ 1// = -t-

where

I dc bias current,
A proportionality factor, which includes mixer volume,
B bandwidth.

For heterodyne applications where the IF is normally
in the megahertz range, the l/t noise component can be
expected to be negligible compared to other noise contribu
tions.

4) Measured Data: The measured output noise voltage
versus frequency is shown in Fig. 5. with reverse-bias
voltage as the parameter. For the case where PLO = 0
(no shot noise) and VB = -0.275 V, the l/t noise voltage
rolls off at 3 dB/octave as expected from (6) and falls
below receiver thermal noise voltage at approximately
3.5 MHz. As Fig. 5 indicates, the introduction of LO
power increases the receiver noise level by a factor of
about 6 (7.75 dB). Thus, for PLO ~ 0 and the same bias
voltage (VB = -275 V), the IF noise voltage falls below
the receiver (thermal plus shot) noise voltage at a lower
frequency, that is, 60 kHz.

B. Mixer Conversion Gain

Measurements of the mixer conversion gain at an IF
of 35 MHz are shown in Fig. 4. The results are consistent
with (1). The mixer gain was found to increase linearly
with LO-induced photocurrent (which is proportional to
absorbed LO power).

C. Noise Equivalent Power

Mixer sensitivity measurements were made as a func
tion of LO power and temperature with uniform-field
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and below 2 X 10-19 W1Hz for all temperatures from 77
to 140 K. The absence of substantial NEP degradation
at the higher temperatures is due in large part to the
use of a mixer element having its peak spectral response
at 12.7 !-1m at 77 K. As a result, the quantum efficiency
increases at the higher temperatures due to shift of peak
response to\vard 10.6 !-1m.

Another important parameter in obtaining low NEP
values is maintaining reasonable values of dynamic mixer
conductance to as high a temperature as possible. The
dynamic resistance (GD -

1
) varied from 80 ohms at 77 K

to 175 ohms at 140 K. Therefore, an IF preamplifier
having a reasonably simple impedance matching network
will permit nearly quantum-noise-limited operation over
an extended temperature range.

Measurements of NEP for values of laser frequency
offset from 15 to 45 MHz resulted in a constant value of
NEP indicating that the mixer response exceeded 60 MHz.

2.52.0
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Measured receiver NEP versus LO power.
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plane-wave optical spots to ensure uniform energy dis
tribution over the mixer surface. The NEP value thus
obtained was within 1 dB of that obtainable with an
optimumly focused beam (Appendix II).

Noise equivalent power at 30 MHz, as a function of
LO power, is shown in Fig. 6 for T M = 90 K. Use of LO
power of 1.7 mW resulted in quantum-noise-limited oper
ation with an NEP = 8.2 X 10-20 W1Hz. This value
includes second~stage contributions, as well as losses in
the antireflection-coated germanium entrance window of
the mixer element. This NEP is reasonably consistent
with a measured quantum efficiency at T M = 90 K of
about 22 percent. D. Mixer Frequency Response

Measured NEP at 30 MHz as a function of mixer tem- Due to the limited tuning range of the CO2 laser, for
perature is shown in Fig. 7. The measured NEP was measurement beyond 50 MHz, a noise-spectrum measure
below 10-19 W1Hz for temperatures from 82 to 104 K, ment technique was used similar to the one used for photo-

J ~O, 10
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versus bias voltage data fell on a straight line in the"
logarithmic plot and were essentially independent of
temperature over the measured temperature range. For
an ideal phokdiode, GD is independent of bias voltage,
although in practice it may increase with VB' For linear
graded and step-diffused junctions, CD varies as V-",
where n = 1/2 and 1/3, respectively. Measurements on
2.5-j.lm HgCdTe photodiodes showed n = 1/2 dependence
[17]. It was concluded that the diode frequency response
was limited by the RC constant of the junction proper,
rather than by the external-circuit transit-time limita
tions or dift\lsion effects [18]-[20].
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Fig. ·9. Cutoff frequency versus bias voltage for HgCdTe photo
diode.

VI. CONICAL SCANNER

For station-to-station two-way communications, in
order to maintain the local receive and transmit optics
pointed toward each other, a means of generating tracking
error voltages must be employed. Although such systems
are in existence for incoherent infrared detection systems,
none had been demonstrated for coherent applications. In
analogy to microwave systems [21], monopulse or conical4

scan tracking techniques are potentially suitable. The
conductive mixers [3]. The shot and thermal noise power use of a coherent infrared amplitude-sensing monopulse
are measured as a function of frequency. From these was considered [22]. However, the limitations on space
measurements, the receiver sensitivity can be inferred craft complexity and cooling capacity precluded the use
as shown in (5). The roll-off in shot noise then defines of a four-element mixer array. Therefore, the application
the mixer frequency response. The theoretical slope of of a conical scanner to an infrared heterodyne receiver
the mixer roll-off is 6 dB/octave [(12)]. The spread in was investigated and successfully tested. The two-laser
measured data was sufficiently small that the uncertainty heterodyne setup was modified to include a two-axis
in the cutoff frequency was estimated to be no greater nutator, generating a 100-Hz circular scan. The 30
than ±20 MHz. The resultant shot noise power spectrum MHz IF output is amplified, detected, and fed to two
isshown in Fig. 8. It was concluded that the 3-dB cutoff phase detectors operating in quadrature to yield horizontal
frequency of the particular HgCdTe photodiode was about and vertical tracking error signals using a phase reference
425 MHz under the measurement conditions 10 = 1.7 mA from the nutator driver (see Fig. 1). The field of view
and VB =. -0.6 V, values which are representative condi- and hence the Airy disk of the receiver signal beam has
tions of mixer operation. The roll-off experimentally an offset with fl~spect to the boresighted nutation axis
observed is seen to closely approach the expected value [Fig. lO(a)]. The LO beam is stationary.
of 6 dB/octave. With the target on boresight there is in principle no

Measurements of the mixer cutoff frequency as a func- 100-Hz amplitude modulation superimposed on the IF
tion of reverse-bias voltage is shown in Fig. 9 for inixer signal. In practice, some AM is present due to mixer·
temperatures of 77, 100, and 125 K. The cutoff frequency surface nonuniformity and other nonideal conditions [Fig~

I 30. '7
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to the IF bandwidth), the probability of encounter is 1.
For SNR = -17 dB, the probability of encounter is 0.85,
and for SNR = -18 dB, the probability of encounter
drops to 0.40. For a threshold setting of 0.5 V, baseline
noise generates erroneous encounter pulses by false trig
gering of the threshold detector. From Fig. 13, a threshold
voltage near 1 V is desired.

VIII. SIGNAL-PROCESSING ELECTRONICS

This section gives results on several portions of the
signal-processing electronics of particular interest for the
laser communication application.
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A. Discriminator

The desired discriminator linearity is obtained by fol
lowing the design procedure for a Foster-8eeley balanced
discriminator. The Q of the tuned circuits and separation
of the tuned frequencies are chosen to control the width
and linearity of the discriminator characteristic. The two
resonant circuits were separated by 29 MHz, resulting in a
discriminator design of unusually wide fractional band
width [Fig. 14(a)]. The linearity of an input power level
of +4 dBm is better than 2 percent from 24 to 36 MHz.
There is very little degradation of linearity when the
input power level changes ± 1 dB, a change that is larger
than expected since the limiter and automatic gain control
circuits hold the power level constant to less than ±0.5 dB.

B. Nonlinear Phase Response

Nonlinear phase characteristics in any component will
result in signal distortion and can be described by group
delay or envelope-delay distortion represented by a trun
cated Taylor series:

(7)

(b)

Fig. 14. Characterstics of signal processing components.

shows the measured group delay of ±50 ns/12 :MHz
for the IF and video channel (excluding the infrared
mixer) without equalization. The amplifying circuits (pre
amplifier, postamplifier, and video amplifier) are all very
broad-band so that their phase characteristics are very
linear. The limiter is sufficiently linear so that its group
delay distortion is less than 1 ns/MHz. However, the
phase characteristics of the filters require equalization.
As a result of delay equalization, a group delay of ±5 ns/12
MHz was obtained, as shown in Fig. 14(b).

IX. RESULTS AND CONCLUSIONS

The design of a high-sensitivity wide-bandwidth 10.6
JLm heterodyne receiver for space and ground operational
use has been established, and key receiver elements were
demonstrated. The heterodyne receiver was bread-boarded
and tests were conducted in the communications, acquisi
tion, and spatial tracking modes. The pertinent receiver
characteristics are as follows:

where K 1 and K 2 are the linear and parabolic components
of group-delay distortion, often given in ns/MHz, and sensitivity
ns/MHz2

, respectively.
The residual group-delay component trCt) is generally

given as a peak-to-peak value in nanoseconds. Fig. H(b)

/30,4

less than 10-19 W/Hz
from 82 to 104 K;
less than 1.8 X 10- 19

W/Hz from 77 to 140 K;
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ApPENDIX I

(11)

(14)

where

I se short-circuit current,
Gn small-signal shunt conductance (slope of I-V

curve),
Rs series resistance,
Cn shunt capacitance.

The real component of the output admittance is given by

G ' Gn + R s(Gn
2 + W

2
Cn

2
) (10)

out = (1 + GnRs )2 + W
2Cn

2R/'

For most PV mixer elements GDRs « 1, so that

The available output power from the PV mixer is

iG
2 mean square thermal noise current,

= 4kTmBG'out,

i,/ mean square IF amplifier noise current,
= 4kT'IFBG'out,

i/ mean square shot noise current,
~ 2qIoB for t'F < 1/(8T.),

k Boltzmann's constant,
T m physical temperature of mixer,
B IF bandwidth,
T"F effective input noise temperature of IF amplifier,

which is a function of its source impedance,
10 LO-induced dc photocurrent,
T. carrier transit time.

(12)

The output power is 3 dB down at an IF given by

_ (l + R sGnr/2
'" 1

te - 27rCn(Rs/Gn)I/2 '" 27rCn(Rs/Gn) 1/2 (13)

B. Noise

The overall mean-square nOIse current generator IS

given by

where

(8)

±6 MHz.

77 to 140 Ki
<10 mWi
conical scanneri
3 to greater than 100
MHz, 30 ± 10 MHz
selectedi
<±5 nSi

mixer temperature range
mixer power dissipation
spatial tracking
IF bandwidth

group-delay distortion
(FM format)
AFC tracking

may be present.
The square of the peak IF signal current is given by

An analysis and expressions have been presented for
the engineering design of a quantum-noise-limited infrared
receiver that uses a photovoltaic diode with finite dark
conductance as the mixer element. The analysis considered
such parameters as mixer characteristics, bias voltage,
applied LO power, and mixer conversion gain.

Measurements on the bread-boarded receiver indicated
that nearly quantum-noise-limited operation is achievable
over a wide range of mixer temperature, IF, applied
bias voltage, and incident LO power. The measurements
demonstrate the suitability of this type of receiver for
satellite-to-ground communication links, and the large
frequency response of the HgCdTe mixer indicates the
potential application of this type of receiver for a satellite
to-satellite communications link where large Doppler
offsets are experienced [10].

where

DERIVATION OF PV MIXER DESIGN EQUATIONS

The analysis employs the same conversion gain ap
proach used in the analysis of PC mixers [3], [4, ch. 10].

A. Available IF Signal Power

The equivalent circuit at IF for a PV infrared mixer
consists of an ideal current source Is in shunt with a
leakage conductance Gn and junction capacitance Cn,
and in series with a contact or material resistance Rs .

The mixer analysis neglects any lead inductance that

Is peak IF signal current,
II signal frequency,
7J quantum efficiency,
p. i • signal power,
P LO LO power> p. i ••

From the equivalent circuit, the ratio of the short
circuit current to the signal current is given by

C. Mixer Gain

The available PV mixing gain, that is, the ratio of the
available IF output power to the available infrared
signal power, is given by

G - P'F (available) _ II s l
2

(15)
- p. i • - 8P. i.[Gn(1 + GnRs) + w2R sC/]

which can be written as

I se 1
T; = (1 + GnRs) + jwCnRs

(9) (16)
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Fig. 15. Heterodyne signal-to-noise ratio as function of lateral
displacement of LO laser beam in focal plane withf number of LO
beam as parameter.
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reported measurements.

the other hand, the case of an exact match of the LO
and signal phase fronts (curve B) maximizes SNR and
minimizes heat load, but creates LO alignment problems,
and the improvement in SNR is only 1 dB, relative to
curve A, for zero offset. The case of the LO beam 1.5
to 2 times the diameter of the signal beam appears to
be a good engineering compromise (curve C) by combining
good SNR, low heat load, and reasonable design tolerances.

For PV mixer TIT. = 1. Therefore under the condi
tion that P LO » Psi" the dc photocurrent is given by

10 = ~; (;JPLO = ~ 7JPLO. (17)

Combining these equations for RsGn « 1

7JqIo 1
G ~ 2hllGn 1 + (flt.)2

The available conversion gain is 3 dB down at an IF
(j.) previously defined.

It is interesting to note that the conversion gain varies
with LO power through its effect on the photocurrent 10 ,

D. Signal-to-Noise Ratio

The signal-to-noise ratio for the PV mixer is

S II scI 2

N = 2i
N

2 •

Substituting expressions for the noise current and the
short-circuit current gives

S (7Jqlhll)Psi ,Io
N = IoqB + 2k(Tm + 'l"IF)B[Gn(1 + RsGn) + w2R sCn

2J'

(20)

Thus, the NEP, that is, the value of signal power to
give an IF signal-to-noise ratio equal to unity, is

NEP = hllB {I + 2k(Tm + 'l"IF)
TJ qIo

·[Gn(l + RsGn) + w
2R sCn2J}. (21)

This is reducible to

NEP = hllB + k(Tm + 1"IF)B (22)
7J G

which is the same expression as that derived for the PC
mixing case [3], [4, ch. 10], with the exception of the
factor of 2 in the quantum-noise term due to the genera
tion-recombination noise in photoconductors.

ApPENDIX II

OPTIMUM LO ILLUMINATION

The NEP measurements reported were carried out
with nearly plane-wave signal and LO illumination. Cal
culations were carried out on the optimum LO illumina
tion for the case in practice where the Airy disk of the
receive beam matches the diameter of the sensitive area
of the mixer. The results are shown in Fig. 15 as a func
tion of LO beam displacement from boresight with LO
beam t number as the parameter. Such a computation is
of importance to minimize the heat load on the space
craft radiation cooler due to LO power spillover. The
case of plane-wave LO illumination (curve A) minimizes
physical tolerance requirements in the LO but results
in maximum LO power requirement and heat load. On
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APPENDIX B

PHOTOMIXER HOUSING

A photomixer housing/coaxial adapter was designed and devel

oped jointly by AIL and the photomixer manufacturer on a previous NASA

sponsored program. The combined engineering effort resulted in a unit

(Figure B-1) which considered such factors as:

•
•
•
•
•
•
•
•
•
•

Hermetic sealing

Thermal conductivity

Transmission efficiency (at 10.6 micrometers)

Size and weight

Accurate location of mixer element

Frequency response

LO heating

Coaxial output

RFI immunity

Environmental requirements

This appendix summarizes measurement data on the prototype

photomixer housing.

A. ENVmONMENTAL TESTS

A series of environmental tests have been carried out on the

photomixer housing. For example: (1) 50 thermal shock cycles between

-196
o

C (liquid nitrogen temperature) and 300 C were carried out, (2) normal

(12 g) and reinforced (50 g) vibration levels were applied to the photomixer

housing, and (3) a storage test at 600 C was performed for 62 hours. At the

conclusion of the environmental tests no physical damage was observed and

the leak rate of the photomixer housing was measured to be less than 10-10

3 -1atm cm sec .

131



2-2962

FIGURE B-l. PHOTOMIXER HOUSING WITH COAXIAL ADAPTER

B. RFI IMMUNITY TESTS

A series of RFI immunity tests were conducted on the photomixer

housing for the case of: (1) the photomixer housing mounted directly to a

conducting plate and (2) the photomixer housing suspended one foot above a

conducting plate.

The measured RFI data is summarized in Tables 1 and 2. Initial

measurements were made for an RF level of 1 V1m generated by an antenna

located 1 m from the housing under test. In general, no pickup exceeded the

ambient level of the test receiver. The field intensity was then increased

and the antenna was moved to within 1/2 m of the mount. The level of field

intensity given in Tables 1 and 2 is the scaled value based on the power applied

to the antenna.
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TABLE B-l. SHIELDING EFFECTIVENESS OF PHOTOMIXER HOUSING

(Housing Bonded to Plate)

Frequency Field Intensity Leakage 50 Ohm
(MHz) Polarization Vim Receiver dB/.L V

20 V and H 1 to > 2.9 < -15

40 VandH 1 to > 2. 4 <- 5

80 V and H 1 to > 10 <- 6

180 VandH 1 to > 17 <- 6

320 1 to > 20 < 6

500 1 < 11

500 > 4.7 17

600 1 to 13 < 9

1000 1 < 16

1000 >8 31
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TABLE B-2. SHIELDING EFFECTIVENESS OF PHOTOMIXER HOUSING

(Housing Suspended One Foot Above Plate)

Frequency Field Intensity Leakage 50 Ohm
(MHz) Polarization Vim Receiver dBJ,L V

20 VandH 1 to > 3 <- 6

40 VandH 1 to > 2. 4 <- 6

80 V and H 1 to > 11 <- 6

180 V and H 1 to > 17 <- 6

320 1 12

320 > 20 18

500 20 10

500 > 4. 6 16

600 1 14

600 > 13 26

1000 1 15

1000 >8 37

134



Probing measurements with a small loop antenna at 180 MHz,

with the mount bonded to the table, indicated that the major areas of leakage

in the photomixer housing were near connectors and coaxial cable braid. It

should be noted that the cable used was RG9/U with an additional copper

braid covering the cable and soldered over the connectors.

As shown in Table 2, the RFI leakage seemed to be greater when

the detector mount was s~spended above the table. At 320 MHz, the leakage

was checked with the mount replaced by a 50-ohm termination. The leakage

with the 50-ohm termination was 4 dB less than with the detector mount in

dicating that the mount was the major source of leakage.

The measured RFI leakage power of the photomixer housing as

a function of frequency is given in Figure B-2. The mixer housing satisfies

the requirements of MIL-STD-4"61 at frequencies up to 320 MHz (-100 dBm

RFI level) and shows excellent RFI immunity (-92 dBm) out to 1 GHz.

c. HOUSING CUTOFF FREQUENCY MEASUREMENTS

The natural cutoff frequency of the photomixer housing was

measured by measuring the VSWR at the coaxial output. The photomixer

housing used for these measurements included a 50 resistive termination in

place of the photomixer. An equivalent circuit for the photomixer housing

is given in Figure B-3. The inductors are all short lengths of enameled

wire having inductances of the order of nanohenries, the capacitors are

strays associated with the proximity of the wires to ground planes and the

capacitance of the hermetically sealed feedthrough ("-' 2 pF). Measured

VSWR data on the photomixer housing is given in Figure B-4. The housing
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FIGURE B-3. EQUIVALENT CIRCUIT OF A PHOTOMIXER HOUSING

VSWR is approximately 1. 4 up to 300 MHz and then rises to 1. 75 at 900 MHz;

a natural resonant frequency is obtained at 1300 MHz and above 1300 MHz

the VSWR increases rapidly.

Based on the measurement data on the photomixer housing, it

appears that it can be efficiently operated up to its design frequency of

1 GHz.
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